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APPLICANT: 

52TOYS Development Co., Ltd. 

Room D01, 4F Yisha Culture Center, Chaoyang District, Beijing, China  

SAMPLE SUBMITTED: 

Six set(s) of finished product(s) (see the following page for photo) said to be Minions & 

Monsters Series Vinyl Plush Pendant Blind Box 

- Item No.: 26ZB301XHRDY011 

SAMPLE RECEIVED ON: Apr. 24, 2026 

TEST PERIOD: Apr. 24, 2026 – May 07, 2026 

RESULTS: Please refer to result page(s). 
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SUMMARY 

 Test Conducted Assessment Sample 

(1)  European Standard on Safety of Toys:  
EN 71-1:2014+A1:2018 Mechanical and physical properties Tested Item(s)Pass Tested Sample(s) 

EN 71-2:2020+A1:2025 Flammability Tested Item(s)Pass Tested Sample(s) 

EN 71-3:2019+A2:2024Migration of Certain Elements Tested Item(s)Pass Tested Sample(s) 

(2)  

British Standard on Safety of Toys:  
BS EN 71-1:2014+A1:2018 Mechanical and physical 
properties Tested Item(s)Pass Tested Sample(s) 

BS EN 71-2:2020+A1:2025 Flammability Tested Item(s)Pass Tested Sample(s) 

BS EN 71-3:2019+A2:2024 Migration of Certain Elements Tested Item(s)Pass Tested Sample(s) 

(3)  

Regulation (EU) 2025/2509 of the European Parliament and 
of the Council of 26 November 2025 on the safety of toys 
and repealing Directive 2009/48/EC - Appendix Specific 
conditions for the presence of certain chemical substances 
or mixtures in toys 
- Formaldehyde # Tested Item(s)Pass Tested Specimen(s) 

(4)  
Regulation (EC) No 1907/2006 (REACH) and (EC) No 
276/2010, Annex XVII, Entry 20 
- Organic Tin  Tested Item(s)Pass Tested Sample(s) 

(5)  
Regulation (EC) No 1907/2006 (REACH) and (EU) No 
217/2016, Annex XVII, Entry 23 
- Cadmium and its compounds Tested Item(s)Pass Tested Sample(s) 

(6)  
Regulation (EC) No 1907/2006 (REACH) and (EC) No 
552/2009, Annex XVII, entry 43, Paragraphs 1 
- Azo colourants Tested Item(s)Pass Tested Specimen(s) 

(7)  
Regulation (EC) No 1907/2006 (REACH) and (EU) No 
1272/2013,(EU) No 2015/326, Annex XVII, Entry 50 
- Polycyclic aromatic hydrocarbons (PAHs) Tested Item(s)Pass Tested Sample(s) 

(8)  

Regulation (EC) No 1907/2006 (REACH) Including the 
revision of regulation 2018/2005(EU) and (EC) No 552/2009, 
Annex XVII, Entry 51 and 52 
- Phthalates Tested Item(s)Pass Tested Sample(s) 

(9)  
Regulation (EC) No 1907/2006 (REACH) and (EU) No 
2015/628, Annex XVII, Entry 63 - Lead and its compounds Tested Item(s)Pass Tested Sample(s) 

(10)  

ASTM F963-23 Standard Consumer Safety Specification on 
Toy Safety 
- Mechanical and physical properties Tested Item(s)Pass Tested Sample(s) 

- Flammability Tested Item(s)Pass Tested Sample(s) 

- Clause 4.3.5：Heavy Elements Tested Item(s)Pass Tested Sample(s) 

- Clause 4.3.8: Phthalates Tested Item(s)Pass Tested Sample(s) 

****************************** 
( To be continued ) 
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SUMMARY 

 Test Conducted Assessment Sample 

(11)  

Chapter II: Consumer Products Safety Commission of 

U.S.A. Title 16, Code of Federal Regulations. 

- 16CFR 1500.48 Technical requirements for determining a 

sharp point in toys and other articles intended for use by 

children under 8 years of age Tested Item(s)Pass Tested Sample(s) 

- 16CFR 1500.49 Technical requirements for determining a 

sharp metal or glass edge in toys and other articles 

intended for use by children under 8 years of age Tested Item(s)Pass Tested Sample(s) 

- 16CFR 1501 Method for Identifying toys and other articles 

Intended for use by children under 3 years of age which 

present choking, aspiration, or ingestion hazards because 

of small parts Tested Item(s)Pass Tested Sample(s) 

- 16CFR 1510 Requirements for rattles Not applicable --- 

- 16CFR 1500.44 Method for determining extremely 

flammable and flammable solids Tested Item(s)Pass Tested Sample(s) 

- 1610 Standard for the flammability of clothing textiles Not applicable --- 

CPSC 16 CFR Part 1303: Ban Of Lead-Containing Paint 
And Certain Consumer Products Bearing Lead-Containing 
Paint Tested Item(s)Pass Tested Sample(s) 

(12)  

CPSIA 2008 (Public Law 110-314) and its amending Act 

(Public Law 112-28 )TitleⅠ 

-Section 101. Children’s products - containing Lead; Lead 
paint rule Tested Item(s)Pass Tested Sample(s) 

(13)  
CPSIA 2008 (Public Law 110-314) and its amending Act 
(Public Law 112-28 ) 
- Title I, Section 103 Tracking labels for children’s products Tested Item(s)Pass Tested Sample(s) 

(14)  

CPSIA 2008 (Public Law 110-314) and its amending Act 

(Public Law 112-28), TitleⅠSection 108 and 16 CFR part 

1307 
- Phthalates Tested Item(s)Pass Tested Sample(s) 

(15)  

International Standard on Safety of Toys: 
ISO 8124-1:2022+A1:2025 Safety of Toys – Part 1: Safety 
Aspects Related to Mechanical and Physical Properties Tested Item(s)Pass Tested Sample(s) 

ISO 8124-2:2023 Safety of Toys – Part 2:Flammability Tested Item(s)Pass Tested Sample(s) 

ISO 8124-3:2020+Amd.1:2023 Safety of toys – Part 3: 
Migration of certain elements Tested Item(s)Pass Tested Sample(s) 

****************************** 
( To be continued ) 
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Test Conducted Assessment Sample 

(16)  

Children’s toys and child care article requirement of Safe 
Drinking Water and Toxic Enforcement Act of 1986 
(California’s Proposition 65)  
- Total Lead content Tested Item(s)Pass Tested Sample(s) 

(17)  

Children’s toys and child care article requirement of Safe 
Drinking Water and Toxic Enforcement Act of 1986 
(California’s Proposition 65) 
- Total Cadmium content 

Please refer to 
result page(s) Tested Sample(s) 

(18)  

Children’s toys and child care article requirement of Safe 
Drinking Water and Toxic Enforcement Act of 1986 
(California’s Proposition 65) 
- Phthalates # Tested Item(s)Pass Tested Sample(s) 

(19)  
California Health and Safety Code (A.B.1108), Chapter 11, 
Part 3 of Division 104 
- Phthalates Tested Item(s)Pass Tested Sample(s) 

(20)  

Canada Consumer Product Safety Act, Toys 
Regulations(SOR/2011-17) 
-Mechanical and Physical Properties (excluding clause 3) Tested Item(s)Pass Tested Sample(s) 

-Flammability Tested Item(s)Pass Tested Sample(s) 

Canada Consumer Product Safety Act, Toys 
Regulations(SOR/2011-17)(Current to August 21, 
2025) ,Section 23 and Section 27 
- Heavy Metal  Tested Item(s)Pass Tested Sample(s) 

(21)  Canada CCPSA Phthalates Regulations (SOR/2016-188） Tested Item(s)Pass Tested Sample(s) 

(22)  
Canada CCPSA Surface Coating Materials Regulations

（SOR/2016-193） Tested Item(s)Pass Tested Sample(s) 

(23)  
Canada Consumer Product Safety Act, Consumer Products 
Containing Lead Regulations(SOR/2018-83) Tested Item(s)Pass Tested Sample(s) 

#: Not within the laboratory's accreditation scope of CNAS.   

REMARK: 1. Equal mixing test was conducted where appropriate, as requested by the applicant. See 
result for details. 

2. Only test the specific specimen for Formaldehyde & Azo colourants, as requested by the 
applicant. 
3. As requested by the applicant, clause 3 of SOR/2011-17 was not conducted. 

****************************** 
( To be continued ) 
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Photo of the submitted sample(s) 

 

 
****************************** 

( To be continued ) 



 

No.  : 0526006901 
Page : 6 of 98 
 
 

 
TEST  REPORT 

RESULTS: 

(1) European Standard on Safety of Toys： 

I. EN 71-1:2014+A1:2018 Mechanical and Physical Properties. 

Labeled Age Grading: 15 & UP 

Appropriate Testing Age Grading: Over 10 months. 

Testing Age Grading:  

0-6 months                

18-36 months  

Other: Over 10 months 

6-18 months 

3-14 years old 

 

Clause Test Item Assessment 

4 General requirements --- 

4.1 Material cleanliness Pass 

4.2 Assembly NA 

4.3 Flexible plastic sheeting NA 

4.4 Toy bags NA 

4.5 Glass NA 

4.6 Expanding materials NA 

4.7 Edges Pass 

4.8 Points and metallic wires Pass 

4.9 Protruding parts NA 

4.10 Parts moving against each other --- 

4.10.1 Folding and sliding mechanisms NA 

4.10.2 Driving mechanisms NA 

4.10.3 Hinges NA 

4.10.4 Springs NA 

****************************** 

(To be continued) 
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TEST  REPORT 

RESULTS: 

Clause Test Item Assessment 

4.11 Mouth-actuated toys and other toys intended to be put in the 
mouth 

NA 

4.12 Balloons NA 

4.13 Cords of toy kites and other flying toys NA 

4.14 Enclosures --- 

4.14.1 Toys which a child can enter NA 

4.14.2 Masks and helmets NA 

4.15 Toys intended to bear the mass of a child --- 

4.15.1 Toys propelled by a child or by other means --- 

4.15.1.2 Warnings and instructions for use NA 

4.15.1.3 Strength NA 

4.15.1.4 Stability NA 

4.15.1.5 Braking NA 

4.15.1.6 Transmission and wheel arrangement NA 

4.15.1.7 Adjustable seat pillar and handlebar stem minimum 
insertion marks 

NA 

4.15.1.8 Electrically-driven ride-on toys NA 

4.15.2 Toy bicycles --- 

4.15.2.2 Warnings and instructions for use NA 

4.15.2.3 Braking requirements NA 

4.15.3 Rocking horses and similar toys NA 

4.15.4 Toys not propelled by a child NA 

****************************** 

(To be continued) 
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TEST  REPORT 

RESULTS: 

Clause Test Item Assessment 

4.15.5 Toy scooters --- 

4.15.5.2 Warnings and instructions for use NA 

4.15.5.3 Strength NA 

4.15.5.4 Adjustable and folding steering tubes NA 

4.15.5.5 Braking NA 

4.15.5.6 Wheel size NA 

4.15.5.7 Protruding parts NA 

4.16 Heavy immobile toys NA 

4.17 Projectile toys --- 

4.17.2 All projectiles --- 

4.17.2.1 Leading parts NA 

4.17.2.2 Foam shaft projectiles with a suction cup as a leading part NA 

4.17.2.3 Other types of projectile with a suction cup as a leading part NA 

4.17.3 Projectile toys with stored energy --- 

4.17.3.1 Energy limitation NA 

4.17.3.2 Edges NA 

4.17.3.3 Projectiles with a protective cap, cover or tip NA 

4.17.3.4 Impact resistance NA 

4.17.3.5 Improvised projectiles NA 

4.17.4 Certain projectile toys without stored energy --- 

4.17.4.1 Darts NA 

4.17.4.2 Bows and arrows NA 

4.17.4.3 Toy catapults and projectiles propelled by an elastic band NA 

****************************** 

(To be continued) 



 
No.  : 0526006901 
Page : 9 of 98 
 
 
 

 
TEST  REPORT 

RESULTS: 

Clause Test Item Assessment 

4.17.4.4 Projectile toys without stored energy where the discharge 
mechanism can store energy,only when held in place by the 
user 

NA 

4.18 Aquatic toys and inflatable toys NA 

4.19 Percussion caps specifically designed for use in toys and 
toys using percussion caps 

NA 

4.20 Acoustics --- 

4.20.2 Emission sound pressure level limits --- 

4.20.2.2 Close-to-the-ear toys NA 

4.20.2.3 Table-top or floor toys NA 

4.20.2.4 Hand-held toys NA 

4.20.2.5 Toys using headphones or earphones NA 

4.20.2.6 Rattles NA 

4.20.2.7 Squeeze toys NA 

4.20.2.8 Pull-along or push toys NA 

4.20.2.9 Percussion toys NA 

4.20.2.10 Wind toys NA 

4.20.2.11 Cap-firing toys NA 

4.20.2.12 Voice toys NA 

4.21 Toys containing a non-electrical heat source NA 

4.22 Small balls NA 

4.23 Magnets --- 

4.23.2 Toys other than magnetic/electrical experimental sets 
intended for children over 8 years 

NA 

****************************** 

(To be continued) 
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TEST  REPORT 

RESULTS: 

Clause Test Item Assessment 

4.23.3 Magnetic/electrical experimental sets intended for children 
over 8 years 

NA 

4.24 Yo-yo balls NA 

4.25 Toys attached to food NA 

4.26 Toy disguise costumes --- 

Cord that becomes separated from the toy disguise 
costume after testing 

NA 

Applicable requirements of EN 14682 NA 

4.27 Flying toys --- 

4.27.1 General NA 

4.27.2 Rotors and propellers on flying toys NA 

4.27.3 Rotors and propellers on remote controlled flying toys NA 

5 Toys intended for children under 36 months --- 

5.1 General requirements Pass 

5.2 Soft-filled toys and soft-filled parts of a toy Pass 

5.3 Plastic sheeting NA 

5.4 Cords, chains and electrical cables in toys --- 

5.4.2 Cords and chains in toys intended for children under 18 
months 

--- 

5.4.2.1 Cords and chains with the potential to tangle NA 

5.4.2.2 Two cords or chains with the potential to tangle NA 

5.4.2.3 Separated cords and chains NA 

5.4.2.4 Free length of cords and chains NA 

5.4.3 Cords and chains in toys intended for children of 18 months 
or over but under 36 months 

--- 

5.4.3.1 Cords and chains with the potential to tangle NA 

****************************** 

(To be continued) 
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TEST  REPORT 

RESULTS: 

Clause Test Item Assessment 

5.4.3.2 Two cords or chains with the potential to tangle NA 

5.4.3.3 Separated cords and chains NA 

5.4.3.4 Free length of cords and chains NA 

5.4.3.5 Cords and chains not suitable for children under 18 months NA 

5.4.4 Fixed loops, tangled loops and nooses Pass 

5.4.5 Cords and chains on pull along toys NA 

5.4.6 Electrical cables NA 

5.4.7 Cross-sectional dimension of certain cords NA 

5.4.8 Self-retracting cords NA 

5.4.9 Toys attached to or intended to be strung across a cradle, 
cot or perambulator 

--- 

5.4.9.1 Toys intended to be strung across a cradle, cot or 
perambulator 

NA 

5.4.9.2 Toys otherwise intended to be attached to a cradle, cot or 
perambulator 

NA 

5.5 Liquid-filled toys NA 

5.6 Speed limitation of electrically-driven ride-on toys NA 

5.7 Glass and porcelain NA 

5.8 Shape and size of certain toys NA 

5.9 Toys comprising monofilament fibres  NA 

5.10 Small balls NA 

5.11 Play figures NA 

5.12 Hemispheric-shaped toys NA 

5.13 Suction cups NA 

****************************** 

 (To be continued) 
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TEST  REPORT 

RESULTS: 

Clause Test Item Assessment 

5.14 Straps intended to be worn fully or partially around the neck NA 

5.15 Sledges with cords for pulling NA 

6 Packaging Pass 

7 Warnings, markings and instructions for use --- 

7.1 General  NA 

7.2 Toys not intended for children under 36 months  NA 

7.3 Latex balloons NA 

7.4 Aquatic toys NA 

7.5 Functional toys NA 

7.6 Hazardous sharp functional edges and points NA 

7.7 Projectile toys NA 

7.8 Imitation protective masks and helmets NA 

7.9 Toy kites NA 

7.10 Roller skates, inline skates, skateboards and certain other 
ride-on toys 

--- 

7.10.1 Roller skates, inline skates and skateboards NA 

7.10.2 Ride-on toys without a braking device NA 

7.10.3 Electrically-driven ride-on toys NA 

7.10.4 Instructions for use NA 

7.11 Toys intended to be strung across a cradle, cot, or 
perambulator 

NA 

7.12 Liquid-filled teethers NA 

7.13 Percussion caps specifically designed for use in toys NA 

7.14 Acoustics NA 

****************************** 

 (To be continued) 
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TEST  REPORT 

RESULTS: 

Clause Test Item Assessment 

7.15 Toy bicycles NA 

7.16 Toys intended to bear the mass of a child NA 

7.17 Toys comprising monofilament fibres NA 

7.18 Toy scooters NA 

7.19 Rocking horses and similar toys NA 

7.20 Magnetic/electrical experimental sets NA 

7.21 Toys with electrical cables exceeding 300 mm in length NA 

7.22 Toys with cords or chains intended for children of 18 
months and over but under 36 months 

NA 

7.23 Toys intended to be attached to a cradle, cot or 
perambulator 

NA 

7.24 Sledges with cords for pulling NA 

7.25 Flying toys --- 

7.25.1 Flying toys NA 

7.25.2 Remote controlled flying toys NA 

7.26 Improvised projectiles NA 

Remark1: Additional information according to the Toy Safety Directive 2009/48/EC requirement: 

The manufacturer's and importer's name, registered trade name or registered trademark, the 
address and type, batch, serial or model number or other element allowing their identification 
shall be indicated on the product itself. In addition, toys or packaging shall also bear the 
CE-marking.  

A toy intended for use by children under 36 months must be designed and manufactured in such 
a way that it can be cleaned. A textile toy shall, to this end, be washable, except if it contains a 
mechanism that may be damaged if soak washed. The toy shall be accompanied by cleaning 
instructions. 

These information are not standard requirements and not accredited. 

After inspection, the packaging bear the above-mentioned markings and cleaning instructions.  

****************************** 

 (To be continued) 
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TEST  REPORT 

RESULTS: 

II. EN 71-2:2020+A1:2025 Flammability. 
 

Clause Test Item Assessment 

4.1 General requirements 

The following materials shall not be present in toys: 

— celluloid (cellulose nitrate), except when used in varnish, paint 

or glue, or in balls of the type used for table tennis or similar 
games; 

— highly flammable solids; 

— materials with a piled surface which produce surface flash 

when a flame is applied to the tested material; 

— flammable gases, extremely flammable liquids, highly 

flammable liquids, flammable liquids and flammable gels. 

Pass 

4.2  Toys to be worn on the head --- 

4.2.2 Beards, moustaches, wigs, etc., made from pile or flowing 
elements which protrude 50 mm or more from the surface of the 
toy 

NA 

4.2.3 Beards, moustaches, wigs, etc., made from pile or flowing 
elements which protrude less than 50 mm from the surface of the 
toy 

NA 

4.2.4 Full or partial moulded head masks NA 

4.2.5 Toys to be worn on the head (except those covered by 4.2.2 and 
4.2.3), hoods, headdresses including upward protruding items 
and masks not covered by 4.2.4 which partially or fully cover the 
head (e.g. fabric and paperboard masks, eye masks, face 
masks), but excluding those items covered by 4.3 

NA 

4.3  Toy disguise costumes and toys intended to be worn by a child in 
play 

NA 

4.4  Toys intended to be entered by a child  NA 

4.5 Soft filled toys NA 

Remark2: NA=Not applicable. 

****************************** 
(To be continued) 
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III. EN 71- 3:2019+A2:2024 Safety of toys Part 3: Migration of Certain Elements 

 Assessment: Tested specimen pass 

 General elements, Chromium (III), Chromium (VI) and other elements screening 

 Method: As per EN 71- 3:2019+A2:2024 Annex E and Annex F, elements determined by 

Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES) and liquid 
chromatograph coupled with Inductively Coupled Plasma-Mass Spectrometry 
(LC-ICP-MS).  

Result in mg/kg (for scraped- off toy materials) 
Element Limit RL Specimen No. 

   
43 44 Others 

Aluminium(Al) 28130 250 ND ND ND 

Antimony(Sb) 560 5 5 30 ND 

Arsenic(As) 47 5 ND ND ND 

Barium(Ba) 18750 5 ND ND ND 

Boron(B) 15000 250 ND ND ND 

Cadmium (Cd) 17 5 ND ND ND 

Chromium (III) (CrIII) 460 5 ND ND ND 

Chromium (VI) (CrVI) 0.053 0.030 ND ND ND 

Cobalt(Co) 130 10 ND ND ND 

Copper(Cu) 7700 50 ND ND ND 

Lead(Pb) 23 3 ND ND ND 

Manganese(Mn) 15000 250 ND ND ND 

Mercury(Hg) 94 5 ND ND ND 

Nickel(Ni) 930 10 ND ND ND 

Selenium (Se) 460 5 ND ND ND 

Strontium(Sr) 56000 250 ND ND ND 

Tin(Sn) 180000 2.5 ND ND ND 

Organic tin(Sn)
#
 12 10 ND ND ND 

Zinc(Zn) 46000 250 ND ND ND 
mg/kg = milligram per kilogram  
# = The reported value was the potential maximum content calculated by 2.44 times of 

soluble tin content. If the result exceeded the limit, further confirmation of organic tin test 
by GC-MS has to be conducted. 

ND = Not Detected (less than RL), RL=Report Limit 
Remark: According to the Directive (EU) 2019/1922 amending Directive 2009/48/EC, the limit of 

aluminum for scraped- off toy materials (Category III) is 28130 mg/kg after 20 May 2021. 

****************************** 
(To be continued) 
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RESULTS: 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)(soluble specimen weight =0.0302g, the result 

was calculated by 0.1g.) 

2. Black coating on soft plastic(band,hands of Artist Henry,band of Cowboy James)(soluble 

specimen weight =0.0108g, the result was calculated by 0.1g.) 

3. Grey coating on soft plastic(glass of Artist Henry)(soluble specimen weight =0.0175g, the result 

was calculated by 0.1g.) 

4. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)(soluble specimen 

weight =0.0131g, the result was calculated by 0.1g.) 

5. Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)(soluble specimen 

weight =0.0163g, the result was calculated by 0.1g.) 

6. White coating on black PU(eyepath of Pirate Carl)(soluble specimen weight =0.0929g, the result 

was calculated by 0.1g.) 

7. Brown with light apricot resin coating(eyepath of Pirate Carl) 

8. Green coating on soft plastic(hands of Goomi)(soluble specimen weight =0.0120g, the result was 

calculated by 0.1g.) 

9. Coffee plastic(top of hat of Artist Henry) 

10. Yellow soft plastic(head of Artist Henry,Cowboy James) 

11. Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

12. Grey soft plastic(eyes of Cowboy James,Pirate Carl) 

13. White soft plastic(eyes of Pirate Carl) 

14. Green soft plastic(head of Goomi) 

15. Semi-transparent plastic(fastener  of Artist Henry,Cowboy James,Goomi) 

16. Yellow woven tape with multicolor embroidery thread(all styles) 

17. White woven label excluding coatings(all styles) 

18. Light coffee brown fleece(hat of Artist Henry) 

19. Blue velvet(body of Artist Henry) 

20. Yellow velvet with brown and white embroidery thread(body of Artist Henry,Cowboy 

James,Pirate Carl) 

21. Khaki twill with khaki yellow embroidery thread(clot of Artist Henry) 

22. Apricot satin(cloth of Artist Henry,Cowboy James) 

23. White non-woven(cloth of Artist Henry) 

24. Brown fleece(hat of Cowboy James) 

25. Red with light yellow printed satin(scraf of Cowboy James) 

****************************** 
(To be continued) 
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RESULTS: 

Specimen description: 

26. Blue twill with blue and light blue embroidery thread(cloth of Cowboy James) 

27. Dark blue jean(pants of Cowboy James) 

28. Black knit(gloves of Cowboy James) 

29. Brown fabric(belt of Cowboy James) 

30. Black felt(belt of Cowboy James)(soluble specimen weight =0.0695g, the result was 

calculated by 0.1g.) 

31. Black printed fabric(hat of Pirate Carl) 

32. Brown cord(eyepath of Pirate Carl) 

33. Black PU(eyepath of Pirate Carl) 

34. Black felt(eyepath of Pirate Carl) 

35. Dull black fabric(gloves,pants of Pirate Carl) 

36. Coffee fabric(belt of Pirate Carl) 

37. White pile knit(neck of Goomi)(soluble specimen weight =0.0286g, the result was calculated 

by 0.1g.) 

38. Bright white fabric(cloth of Goomi) 

39. Pinklish purple printed mesh(skirt of Goomi) 

40. Green velvet(body of Goomi)(soluble specimen weight =0.0748g, the result was calculated 

by 0.1g.) 

41. White fabric(pad of Goomi) 

42. Dull white fabric with black printing(pad of Goomi)(soluble specimen weight =0.0978g, the 

result was calculated by 0.1g.) 

43. Multicolor printed fabric(pad of Goomi) 

44. White felt with multicolor printing(knife of Pirate Carl) 

45. Black soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

46. Paper card with plastic film 

****************************** 
(To be continued) 
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RESULTS: 

(2) British Standard on Safety of Toys： 

I. BS EN 71-1:2014+A1:2018 Mechanical and Physical Properties. 

Labeled Age Grading: 15 & UP 

Appropriate Testing Age Grading: Over 10 months. 

Testing Age Grading:  

0-6 months                

18-36 months 

Other: Over 10 months 

6-18 months 

3-14 years old 

 

Clause Test Item Assessment 

4 General requirements --- 

4.1 Material cleanliness Pass 

4.2 Assembly NA 

4.3 Flexible plastic sheeting NA 

4.4 Toy bags NA 

4.5 Glass NA 

4.6 Expanding materials NA 

4.7 Edges Pass 

4.8 Points and metallic wires Pass 

4.9 Protruding parts NA 

4.10 Parts moving against each other --- 

4.10.1 Folding and sliding mechanisms NA 

4.10.2 Driving mechanisms NA 

4.10.3 Hinges NA 

4.10.4 Springs NA 

****************************** 

(To be continued) 
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RESULTS: 

Clause Test Item Assessment 

4.11 Mouth-actuated toys and other toys intended to be put in the 
mouth 

NA 

4.12 Balloons NA 

4.13 Cords of toy kites and other flying toys NA 

4.14 Enclosures --- 

4.14.1 Toys which a child can enter NA 

4.14.2 Masks and helmets NA 

4.15 Toys intended to bear the mass of a child --- 

4.15.1 Toys propelled by a child or by other means --- 

4.15.1.2 Warnings and instructions for use NA 

4.15.1.3 Strength NA 

4.15.1.4 Stability NA 

4.15.1.5 Braking NA 

4.15.1.6 Transmission and wheel arrangement NA 

4.15.1.7 Adjustable seat pillar and handlebar stem minimum 
insertion marks 

NA 

4.15.1.8 Electrically-driven ride-on toys NA 

4.15.2 Toy bicycles --- 

4.15.2.2 Warnings and instructions for use NA 

4.15.2.3 Braking requirements NA 

4.15.3 Rocking horses and similar toys NA 

4.15.4 Toys not propelled by a child NA 

4.15.5 Toy scooters --- 

4.15.5.2 Warnings and instructions for use NA 

****************************** 

(To be continued) 
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RESULTS: 

Clause Test Item Assessment 

4.15.5.3 Strength NA 

4.15.5.4 Adjustable and folding steering tubes NA 

4.15.5.5 Braking NA 

4.15.5.6 Wheel size NA 

4.15.5.7 Protruding parts NA 

4.16 Heavy immobile toys NA 

4.17 Projectile toys --- 

4.17.2 All projectiles --- 

4.17.2.1 Leading parts NA 

4.17.2.2 Foam shaft projectiles with a suction cup as a leading part NA 

4.17.2.3 Other types of projectile with a suction cup as a leading part NA 

4.17.3 Projectile toys with stored energy --- 

4.17.3.1 Energy limitation NA 

4.17.3.2 Edges NA 

4.17.3.3 Projectiles with a protective cap, cover or tip NA 

4.17.3.4 Impact resistance NA 

4.17.3.5 Improvised projectiles NA 

4.17.4 Certain projectile toys without stored energy --- 

4.17.4.1 Darts NA 

4.17.4.2 Bows and arrows NA 

4.17.4.3 Toy catapults and projectiles propelled by an elastic band NA 

4.17.4.4 Projectile toys without stored energy where the discharge 
mechanism can store energy,only when held in place by the 
user 

NA 

4.18 Aquatic toys and inflatable toys NA 

****************************** 

(To be continued) 
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RESULTS: 

Clause Test Item Assessment 

4.19 Percussion caps specifically designed for use in toys and 
toys using percussion caps 

NA 

4.20 Acoustics --- 

4.20.2 Emission sound pressure level limits --- 

4.20.2.2 Close-to-the-ear toys NA 

4.20.2.3 Table-top or floor toys NA 

4.20.2.4 Hand-held toys NA 

4.20.2.5 Toys using headphones or earphones NA 

4.20.2.6 Rattles NA 

4.20.2.7 Squeeze toys NA 

4.20.2.8 Pull-along or push toys NA 

4.20.2.9 Percussion toys NA 

4.20.2.10 Wind toys NA 

4.20.2.11 Cap-firing toys NA 

4.20.2.12 Voice toys NA 

4.21 Toys containing a non-electrical heat source NA 

4.22 Small balls NA 

4.23 Magnets --- 

4.23.2 Toys other than magnetic/electrical experimental sets 
intended for children over 8 years 

NA 

4.23.3 Magnetic/electrical experimental sets intended for children 
over 8 years 

NA 

4.24 Yo-yo balls NA 

4.25 Toys attached to food NA 

****************************** 

(To be continued) 
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RESULTS: 

Clause Test Item Assessment 

4.26 Toy disguise costumes --- 

Cord that becomes separated from the toy disguise 
costume after testing 

NA 

Applicable requirements of EN 14682 NA 

4.27 Flying toys --- 

4.27.1 General NA 

4.27.2 Rotors and propellers on flying toys NA 

4.27.3 Rotors and propellers on remote controlled flying toys NA 

5 Toys intended for children under 36 months --- 

5.1 General requirements Pass 

5.2 Soft-filled toys and soft-filled parts of a toy Pass 

5.3 Plastic sheeting NA 

5.4 Cords, chains and electrical cables in toys --- 

5.4.2 Cords and chains in toys intended for children under 18 
months 

--- 

5.4.2.1 Cords and chains with the potential to tangle NA 

5.4.2.2 Two cords or chains with the potential to tangle NA 

5.4.2.3 Separated cords and chains NA 

5.4.2.4 Free length of cords and chains NA 

5.4.3 Cords and chains in toys intended for children of 18 months 
or over but under 36 months 

--- 

5.4.3.1 Cords and chains with the potential to tangle NA 

5.4.3.2 Two cords or chains with the potential to tangle NA 

5.4.3.3 Separated cords and chains NA 

5.4.3.4 Free length of cords and chains NA 

****************************** 

(To be continued) 
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RESULTS: 

Clause Test Item Assessment 

5.4.3.5 Cords and chains not suitable for children under 18 months NA 

5.4.4 Fixed loops, tangled loops and nooses Pass 

5.4.5 Cords and chains on pull along toys NA 

5.4.6 Electrical cables NA 

5.4.7 Cross-sectional dimension of certain cords NA 

5.4.8 Self-retracting cords NA 

5.4.9 Toys attached to or intended to be strung across a cradle, 
cot or perambulator 

--- 

5.4.9.1 Toys intended to be strung across a cradle, cot or 
perambulator 

NA 

5.4.9.2 Toys otherwise intended to be attached to a cradle, cot or 
perambulator 

NA 

5.5 Liquid-filled toys NA 

5.6 Speed limitation of electrically-driven ride-on toys NA 

5.7 Glass and porcelain NA 

5.8 Shape and size of certain toys NA 

5.9 Toys comprising monofilament fibres  NA 

5.10 Small balls NA 

5.11 Play figures NA 

5.12 Hemispheric-shaped toys NA 

5.13 Suction cups NA 

5.14 Straps intended to be worn fully or partially around the neck NA 

5.15 Sledges with cords for pulling NA 

****************************** 

 (To be continued) 
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RESULTS: 

Clause Test Item Assessment 

6 Packaging Pass 

7 Warnings, markings and instructions for use --- 

7.1 General  NA 

7.2 Toys not intended for children under 36 months  NA 

7.3 Latex balloons NA 

7.4 Aquatic toys NA 

7.5 Functional toys NA 

7.6 Hazardous sharp functional edges and points NA 

7.7 Projectile toys NA 

7.8 Imitation protective masks and helmets NA 

7.9 Toy kites NA 

7.10 Roller skates, inline skates, skateboards and certain other 
ride-on toys 

--- 

7.10.1 Roller skates, inline skates and skateboards NA 

7.10.2 Ride-on toys without a braking device NA 

7.10.3 Electrically-driven ride-on toys NA 

7.10.4 Instructions for use NA 

7.11 Toys intended to be strung across a cradle, cot, or 
perambulator 

NA 

7.12 Liquid-filled teethers NA 

7.13 Percussion caps specifically designed for use in toys NA 

7.14 Acoustics NA 

7.15 Toy bicycles NA 

7.16 Toys intended to bear the mass of a child NA 

****************************** 

 (To be continued) 
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RESULTS: 

Clause Test Item Assessment 

7.17 Toys comprising monofilament fibres NA 

7.18 Toy scooters NA 

7.19 Rocking horses and similar toys NA 

7.20 Magnetic/electrical experimental sets NA 

7.21 Toys with electrical cables exceeding 300 mm in length NA 

7.22 Toys with cords or chains intended for children of 18 
months and over but under 36 months 

NA 

7.23 Toys intended to be attached to a cradle, cot or 
perambulator 

NA 

7.24 Sledges with cords for pulling NA 

7.25 Flying toys --- 

7.25.1 Flying toys NA 

7.25.2 Remote controlled flying toys NA 

7.26 Improvised projectiles NA 

****************************** 

 (To be continued) 
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RESULTS: 

II. BS EN 71-2:2020+A1:2025 Flammability. 
 

Clause Test Item Assessment 

4.1 General requirements 

The following materials shall not be present in toys: 

— celluloid (cellulose nitrate), except when used in varnish, paint 

or glue, or in balls of the type used for table tennis or similar 
games; 

— highly flammable solids; 

— materials with a piled surface which produce surface flash 

when a flame is applied to the tested material; 

— flammable gases, extremely flammable liquids, highly 

flammable liquids, flammable liquids and flammable gels. 

Pass 

4.2  Toys to be worn on the head --- 

4.2.2 Beards, moustaches, wigs, etc., made from pile or flowing 
elements which protrude 50 mm or more from the surface of the 
toy 

NA 

4.2.3 Beards, moustaches, wigs, etc., made from pile or flowing 
elements which protrude less than 50 mm from the surface of the 
toy 

NA 

4.2.4 Full or partial moulded head masks NA 

4.2.5 Toys to be worn on the head (except those covered by 4.2.2 and 
4.2.3), hoods, headdresses including upward protruding items 
and masks not covered by 4.2.4 which partially or fully cover 
the head (e.g. fabric and paperboard masks, eye masks, face 
masks), but excluding those items covered by 4.3 

NA 

4.3  Toy disguise costumes and toys intended to be worn by a child in 
play 

NA 

4.4  Toys intended to be entered by a child NA 

4.5 Soft filled toys NA 

Remark3: NA=Not applicable. 

****************************** 
(To be continued) 
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III. BS EN 71- 3:2019+A2:2024 Safety of toys Part 3: Migration of Certain Elements 

 Assessment: Tested specimen pass 

 General elements, Chromium (III), Chromium (VI) and other elements screening 

 Method: As per BS EN 71- 3:2019+A2:2024 Annex E and Annex F, elements determined by 

Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES) and liquid 
chromatograph coupled with Inductively Coupled Plasma-Mass Spectrometry 
(LC-ICP-MS). 

 

Result in mg/kg (for scraped- off toy materials) 
Element Limit RL Specimen No. 

   
43 44 Others 

Aluminium(Al) 28130 250 ND ND ND 

Antimony(Sb) 560 5 5 30 ND 

Arsenic(As) 47 5 ND ND ND 

Barium(Ba) 18750 5 ND ND ND 

Boron(B) 15000 250 ND ND ND 

Cadmium (Cd) 17 5 ND ND ND 

Chromium (III) (CrIII) 460 5 ND ND ND 

Chromium (VI) (CrVI) 0.053 0.030 ND ND ND 

Cobalt(Co) 130 10 ND ND ND 

Copper(Cu) 7700 50 ND ND ND 

Lead(Pb) 23 3 ND ND ND 

Manganese(Mn) 15000 250 ND ND ND 

Mercury(Hg) 94 5 ND ND ND 

Nickel(Ni) 930 10 ND ND ND 

Selenium (Se) 460 5 ND ND ND 

Strontium(Sr) 56000 250 ND ND ND 

Tin(Sn) 180000 2.5 ND ND ND 

Organic tin(Sn)
#
 12 10 ND ND ND 

Zinc(Zn) 46000 250 ND ND ND 
mg/kg = milligram per kilogram  
# = The reported value was the potential maximum content calculated by 2.44 times of 

soluble tin content. If the result exceeded the limit, further confirmation of organic tin test 
by GC-MS has to be conducted. 

ND = Not Detected (less than RL), RL=Report Limit 
Remark: According to the Directive (EU) 2019/1922 amending Directive 2009/48/EC, the limit of 

aluminum for scraped- off toy materials (Category III) is 28130 mg/kg after 20 May 2021. 

****************************** 
(To be continued) 
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RESULTS: 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)(soluble specimen weight =0.0302g, the result 

was calculated by 0.1g.) 

2. Black coating on soft plastic(band,hands of Artist Henry,band of Cowboy James)(soluble 

specimen weight =0.0108g, the result was calculated by 0.1g.) 

3. Grey coating on soft plastic(glass of Artist Henry)(soluble specimen weight =0.0175g, the result 

was calculated by 0.1g.) 

4. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)(soluble specimen 

weight =0.0131g, the result was calculated by 0.1g.) 

5. Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)(soluble specimen 

weight =0.0163g, the result was calculated by 0.1g.) 

6. White coating on black PU(eyepath of Pirate Carl)(soluble specimen weight =0.0929g, the result 

was calculated by 0.1g.) 

7. Brown with light apricot resin coating(eyepath of Pirate Carl) 

8. Green coating on soft plastic(hands of Goomi)(soluble specimen weight =0.0120g, the result was 

calculated by 0.1g.) 

9. Coffee plastic(top of hat of Artist Henry) 

10. Yellow soft plastic(head of Artist Henry,Cowboy James) 

11. Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

12. Grey soft plastic(eyes of Cowboy James,Pirate Carl) 

13. White soft plastic(eyes of Pirate Carl) 

14. Green soft plastic(head of Goomi) 

15. Semi-transparent plastic(fastener  of Artist Henry,Cowboy James,Goomi) 

16. Yellow woven tape with multicolor embroidery thread(all styles) 

17. White woven label excluding coatings(all styles) 

18. Light coffee brown fleece(hat of Artist Henry) 

19. Blue velvet(body of Artist Henry) 

20. Yellow velvet with brown and white embroidery thread(body of Artist Henry,Cowboy 

James,Pirate Carl) 

21. Khaki twill with khaki yellow embroidery thread(clot of Artist Henry) 

22. Apricot satin(cloth of Artist Henry,Cowboy James) 

23. White non-woven(cloth of Artist Henry) 

24. Brown fleece(hat of Cowboy James) 

25. Red with light yellow printed satin(scraf of Cowboy James) 

****************************** 
(To be continued) 
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Specimen description: 

26. Blue twill with blue and light blue embroidery thread(cloth of Cowboy James) 

27. Dark blue jean(pants of Cowboy James) 

28. Black knit(gloves of Cowboy James) 

29. Brown fabric(belt of Cowboy James) 

30. Black felt(belt of Cowboy James)(soluble specimen weight =0.0695g, the result was 

calculated by 0.1g.) 

31. Black printed fabric(hat of Pirate Carl) 

32. Brown cord(eyepath of Pirate Carl) 

33. Black PU(eyepath of Pirate Carl) 

34. Black felt(eyepath of Pirate Carl) 

35. Dull black fabric(gloves,pants of Pirate Carl) 

36. Coffee fabric(belt of Pirate Carl) 

37. White pile knit(neck of Goomi)(soluble specimen weight =0.0286g, the result was calculated 

by 0.1g.) 

38. Bright white fabric(cloth of Goomi) 

39. Pinklish purple printed mesh(skirt of Goomi) 

40. Green velvet(body of Goomi)(soluble specimen weight =0.0748g, the result was calculated 

by 0.1g.) 

41. White fabric(pad of Goomi) 

42. Dull white fabric with black printing(pad of Goomi)(soluble specimen weight =0.0978g, the 

result was calculated by 0.1g.) 

43. Multicolor printed fabric(pad of Goomi) 

44. White felt with multicolor printing(knife of Pirate Carl) 

45. Black soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

46. Paper card with plastic film 

****************************** 
(To be continued) 
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(3) Regulation (EU) 2025/2509 of the European Parliament and of the Council of 26 

November 2025 on the safety of toys and repealing Directive 2009/48/EC 

ANNEX Ⅱ Part A : Formaldehyde 

Method: For polymeric materials — as per EN 71-10:2005 and EN 71-11:2005 

For wood materials — as per EN 717-1:2004 

For textile materials — as per EN ISO 14184-1:2011 

For leather materials — as per EN ISO 17226-1:2021 

For paper materials — as per EN 645:1993 and EN 1541:2001 

For water-based materials — as per EQDM method (Determination of free formaldehyde 
in cosmetic products by the European Directorate for the 
Quality of Medicines & Healthcare) 

Assessment: Tested specimen pass 
  

Result in mg/kg 

CAS No. 50-00-0 
Test Item formaldehyde 
Limit C 30 
Limit D 30 
Limit E 30 
Limit F 10 

Specimen No.  

1-18 ND 

C = Category 3: Textile materials 

D = Category 4: Leather materials 

E = Category 5: Paper materials 

F = Category 6: Water-based materials 

ND = Not Detected (less than 16 mg/kg for Category 3 and 5, less than 5 mg/kg for Category 4 
and 6) 

 

******************************  
(To be continued) 



 

No.  : 0526006901 

Page : 31 of 98 

TEST  REPORT 
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Specimen description: 

1. Light coffee brown fleece(hat of Artist Henry) (Category 3) 

2. Blue velvet(body of Artist Henry) (Category 3) 

3. Yellow velvet with brown and white embroidery thread(body of Artist Henry,Cowboy James,Pirate 

Carl) (Category 3) 

4. Khaki twill with khaki yellow embroidery thread(clot of Artist Henry) (Category 3) 

5. Apricot satin(cloth of Artist Henry,Cowboy James) (Category 3) 

6. White non-woven(cloth of Artist Henry) (Category 3) 

7. Brown fleece(hat of Cowboy James) (Category 3) 

8. Red with light yellow printed satin(scraf of Cowboy James) (Category 3) 

9. Blue twill with blue and light blue embroidery thread(cloth of Cowboy James) (Category 3) 

10. Dark blue jean(pants of Cowboy James) (Category 3) 

11. Black knit(gloves of Cowboy James) (Category 3) 

12. Black printed fabric(hat of Pirate Carl) (Category 3) 

13. Dull black fabric(gloves,pants of Pirate Carl) (Category 3) 

14. Bright white fabric(cloth of Goomi) (Category 3) 

15. Pinklish purple printed mesh(skirt of Goomi) (Category 3) 

16. Green velvet(body of Goomi) (Category 3) 

17. Dull white fabric with black printing(pad of Goomi) (Category 3) 

18. Multicolor printed fabric(pad of Goomi) (Category 3) 

******************************  
(To be continued) 
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RESULTS: 

(4) Analyze the content of Tributyltin (TBT), Triphenyltin (TPT), Dibutyltin (DBT) and 

Dioctyltin (DOT) compounds according to entry 20 of Annex XVII, Regulation (EC) 

No 1907/2006 (REACH) and its amending Regulation (EC) No 552/2009 and (EU) 

No 276/2010, which replaces 2009/425/EC 

 Method: With reference to EPA 3550C:2007 and ISO 17353:2004, analyzed by Gas 

Chromatographic-Mass Spectrometer (GC-MS) 

Assessment: Tested specimen pass 

 

Result in percent (%, by weight of tin) 

Test Item TBT TPT  DBT  DOT 

Limit 0.1 0.1 0.1 0.1 

Specimen No.     

1-17 ND ND ND ND 

ND = Not Detected (less than RL), RL = Report Limit, RL=0.001% 

 

Specimen description: 

1. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

2. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

3. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

4. Yellow woven tape with multicolor embroidery thread(all styles)/Black felt(eyepath of Pirate Carl) 

5. White pile knit(neck of Goomi)/Bright white fabric(cloth of Goomi)/White fabric(pad of Goomi) 

6. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

7. Light coffee brown fleece(hat of Artist Henry)/Blue velvet(body of Artist Henry)/Yellow velvet with 

brown and white embroidery thread(body of Artist Henry,Cowboy James,Pirate Carl) 

8. Khaki twill with khaki yellow embroidery thread(clot of Artist Henry)/Apricot satin(cloth of Artist 

Henry,Cowboy James)/Brown fleece(hat of Cowboy James) 

9. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

****************************** 
(To be continued)  
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Specimen description: 

10. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with 

multicolor printing(knife of Pirate Carl) 

11. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

12. Blue twill with blue and light blue embroidery thread(cloth of Cowboy James)/Green 

velvet(body of Goomi) 

13. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue 

jean(pants of Cowboy James) 

14. Multicolor coatings(Cowboy James) 

15. Multicolor coatings(Artist Henry) 

16. Multicolor coatings(Pirate Carl) 

17. Multicolor coatings(Goomi) 

****************************** 
(To be continued)  
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RESULTS: 

(5) Analyze the content of Cadmium and its compounds according to entry 23 of 

Annex XVII, Regulation (EC) No 1907/2006 (REACH) and its amending Regulation 

(EU) No 217/2016. 

 Method:  

For plastic materials — as per EN 1122:2001-Method B  

For coatings — with reference to CPSC-CH-E1003-09.1 

For metals — with reference to CPSC-CH-E1001-08.3 

For other materials  — with reference to CPSC-CH-E1002-08.3  

Element determination by Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES) 

 Assessment: Tested specimen pass  

 

Result in %（by weight） 

Element Tot. Cd 

Limit 0.01 

RL 0.001 

Specimen No.  

1-25 ND 

Tot. = Total 

ND = Not Detected (less than RL), RL = Report Limit 

 

Specimen description: 
1. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 
2. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)/Coatings(white,dark 

blue,black) on soft plastic(eyes,mouth of Cowboy James)/White coating on black PU(eyepath of 
Pirate Carl) 

3. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands of 
Goomi) 

4. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of Prirate 
Carl) 

5. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of Prirate 
Carl) 

6. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 
James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

7. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 
soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

******************************  
(To be continued) 
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Specimen description: 
8. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 
9. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic excluding 

coatings(hands of Artist Henry,Goomi) 
10. White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 
11. White pile knit(in pants of Artist Henry,Cowboy James)/White mesh(in pants of Cowboy 

James)/Black pile knit(in pants of Pirate Carl) 
12. Yellow woven tape with multicolor embroidery thread(all styles)/Black felt(eyepath of Pirate Carl) 
13. White pile knit(neck of Goomi)/Bright white fabric(cloth of Goomi)/White fabric(pad of Goomi) 
14. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 
15. Light coffee brown fleece(hat of Artist Henry)/Blue velvet(body of Artist Henry)/Yellow velvet with 

brown and white embroidery thread(body of Artist Henry,Cowboy James,Pirate Carl) 
16. Khaki twill with khaki yellow embroidery thread(clot of Artist Henry)/Apricot satin(cloth of Artist 

Henry,Cowboy James)/Brown fleece(hat of Cowboy James) 
17. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 
18. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with multicolor 

printing(knife of Pirate Carl) 
19. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 
20. Blue twill with blue and light blue embroidery thread(cloth of Cowboy James)/Green velvet(body of 

Goomi) 
21. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue jean(pants 

of Cowboy James) 
22. Bright golden metal(ring of  Cowboy James,Artist Henry,Goomi)/Bright golden metal(rivet of 

Cowboy James,Artist Henry,Goomi)/Bright golden metal(spring of Cowboy James,Artist 
Henry,Goomi) 

23. Dark copper treated metal(buckle of Pirate Carl)/Dark copper treated metal(pin of Pirate Carl) 
24. White non-woven backed with adhesive(inside the shoes of Artist Henry,cowboy James) 
25. Paper card with plastic film 

******************************  
(To be continued) 
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(6) Analyze the content of Azocolourants according to paragraph 1, entry 43 of 

Annex XVII, Regulation (EC) No 1907/2006 (REACH) and its amending Regulation 

(EC) No 552/2009, which replaces 2002/61/EC 

 
Method:  

Sample preparation: As per EN 14362-1:2017 

Aromatic amines detection and quantification: by high performance liquid chromatography with 
diode-array detector (HPLC-DAD) or/and gas chromatograph with mass spectrometer detector 
(GC-MS)  

Assessment: Tested specimen pass 

 

Result in mg/kg 
CAS No. Test Item Limit Specimen No. 

   1-6 
92-67-1 4-aminobiphenyl 30 ND 
92-87-5 benzidine 30 ND 
95-69-2 4-chloro-o-toluidine 30 ND 
91-59-8 2-naphthylamine 30 ND 
97-56-3 o-aminoazotoluene 30 ND 
99-55-8 5-nitro-o-toluidine 30 ND 
106-47-8 4-chloroaniline 30 ND 
615-05-4 4-methoxy-m-phenylenediamine 30 ND 
101-77-9 4,4'-diaminodiphenylmethane 30 ND 
91-94-1 3,3'-dichlorobenzidine 30 ND 
119-90-4 3,3'-dimethoxybenzidine 30 ND 
119-93-7 3,3'-dimethylbenzidine 30 ND 
838-88-0 4,4'-methylenedi-o-toluidine 30 ND 
120-71-8 p-cresidine 30 ND 
101-14-4 4,4'-methylene-bis-(2-chloro-aniline) 30 ND 
101-80-4 4,4'-oxydianiline 30 ND 
139-65-1 4,4'-thiodianiline 30 ND 
95-53-4 o-toluidine 30 ND 
95-80-7 4-methyl-m-phenylenediamine 30 ND 
137-17-7 2,4,5-trimethylaniline 30 ND 
90-04-0 2-methoxyaniline 30 ND 
60-09-3 4-aminoazobenzene 30 ND 

ND = Not Detected (less than RL), RL = Report Limit，RL= 10mg/kg 

******************************  
(To be continued) 
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Specimen description: 

1. Light coffee brown fleece(hat of Artist Henry)/Blue velvet(body of Artist Henry)/Yellow velvet with 

brown and white embroidery thread(body of Artist Henry,Cowboy James,Pirate Carl) 

2. Khaki twill with khaki yellow embroidery thread(clot of Artist Henry)/Apricot satin(cloth of Artist 

Henry,Cowboy James)/Brown fleece(hat of Cowboy James) 

3. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

4. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

5. Blue twill with blue and light blue embroidery thread(cloth of Cowboy James)/Green velvet(body 

of Goomi) 

6. Dull black fabric(gloves,pants of Pirate Carl)/Dark blue jean(pants of Cowboy James) 

******************************  
(To be continued) 
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RESULTS: 

(7) Analyze the content of polycyclic aromatic hydrocarbons (PAHs) of the rubber or 

plastic components in Toys, including activity toys, and childcare articles, that 

come into direct as well as prolonged or short-term repetitive contact with the 

human skin or the oral cavity, according to entry 50 of Annex XVII, Regulation 

(EC) No 1907/2006 (REACH) and its amending Regulation (EC) No 552/2009, (EU) 

No 1272/2013, (EU) No 2015/326, which replaces 2005/69/EC 

 Method: As per AFPS GS 2019:01 PAK (analyzed by GC-MS) 

Assessment: Tested specimen pass 

  

Result in mg/kg 

CAS No. Test Item Limit Specimen No. 

   1-4 

56-55-3 Benzo(a)anthracene 0.5 ND 

218-01-9 Chrysene 0.5 ND 

205-99-2 Benzo(b)fluoranthene 0.5 ND 

207-08-9 Benzo(k)fluoranthene 0.5 ND 

50-32-8 Benzo(a)pyrene 0.5 ND 

53-70-3 Dibenz(a,h)anthracene 0.5 ND 

192-97-2 Benzo[e]pyrene 0.5 ND 

205-82-3 Benzo[j]fluoranthene 0.5 ND 

ND = Not Detected (less than RL), RL = Report Limit, RL=0.1mg/kg 

 

Specimen description: 

1. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

2. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

3. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

4. Paper card with plastic film 

****************************** 
(To be continued) 
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RESULTS: 

(8) Analyze the content of phthalates in the plasticised material in toys and 

childcare articles according to entry 51 and 52 of Annex XVII, Regulation (EC) No 

1907/2006 (REACH) and its amending Regulation (EC) No 552/2009 and 

(EU)2018/2005, which replaces 2005/84/EC 

 
Method: With reference to ISO 8124-6:2023 method C, analyzed by Gas Chromatographic-Mass 

Spectrometer (GC-MS), quantified by external standard 

Assessment: Tested specimen pass 

 

Result in mg/kg 

CAS No. Test Item Limit Specimen No. 

   1-16 

84-74-2 Dibutyl Phthalate (DBP) 1000 ND 

85-68-7 Benzyl Butyl Phthalate (BBP) 1000 ND 

117-81-7 Di(2-ethylhexyl) Phthalate (DEHP) 1000 ND 

84-69-5 Diisobutyl phthalate(DIBP) 1000 ND 

-- DBP+BBP+DEHP+DIBP 1000 ND 

28553-12-0 

68515-48-0 
Di-ISO-Nonyl Phthalate (DINP) -- ND 

117-84-0 Di-N-Octyl Phthalate (DNOP) -- ND 

26761-40-0 

68515-49-1 
Di-ISO-Decyl Phthalate (DIDP) -- ND 

-- DINP+DNOP+DIDP 1000* ND 

ND = Not Detected (less than RL), RL = Report Limit, RL= 100mg/kg 
  1000 mg/kg = 0.1%(m/m) 
* = The limit was suitable for the plasticised material in toys and childcare articles which 
  can be placed in the mouth by children. 

****************************** 
(To be continued) 
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RESULTS: 

Specimen description: 

1. White non-woven(cloth of Artist Henry) 

2. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

3. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist 

Henry)/Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)/White 

coating on black PU(eyepath of Pirate Carl) 

4. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands 

of Goomi) 

5. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of 

Prirate Carl) 

6. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of 

Prirate Carl) 

7. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

9. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

10. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic excluding 

coatings(hands of Artist Henry,Goomi) 

11. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

12. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

13. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with multicolor 

printing(knife of Pirate Carl) 

14. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

15. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue jean(pants 

of Cowboy James) 

16. Paper card with plastic film 

****************************** 
(To be continued) 
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RESULTS: 

(9) Analyze the content of Lead and its compounds according to entry 63 of Annex 

XVII, Regulation (EC) No 1907/2006 (REACH) and its amending Regulation (EU) 

No 2015/628. 

 Method:  

Sample preparation:  
As per ISO 8124-5:2015  

Element determination: 
By Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES) 

 Assessment: Tested specimen pass  

 

 Result in %（by weight） 

Element Tot. Pb 

Limit 0.05 

RL 0.001 

Specimen No.  

1-25 ND 

Tot. = Total 

ND = Not Detected (less than RL), RL = Report Limit 

 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

2. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist 

Henry)/Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)/White 

coating on black PU(eyepath of Pirate Carl) 

3. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands 

of Goomi) 

4. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of 

Prirate Carl) 

5. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of 

Prirate Carl) 

******************************  
(To be continued) 
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Specimen description: 

6. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

7. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

9. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic excluding 

coatings(hands of Artist Henry,Goomi) 

10. White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 

11. White pile knit(in pants of Artist Henry,Cowboy James)/White mesh(in pants of Cowboy 

James)/Black pile knit(in pants of Pirate Carl) 

12. Yellow woven tape with multicolor embroidery thread(all styles)/Black felt(eyepath of Pirate Carl) 

13. White pile knit(neck of Goomi)/Bright white fabric(cloth of Goomi)/White fabric(pad of Goomi) 

14. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

15. Light coffee brown fleece(hat of Artist Henry)/Blue velvet(body of Artist Henry)/Yellow velvet with 

brown and white embroidery thread(body of Artist Henry,Cowboy James,Pirate Carl) 

16. Khaki twill with khaki yellow embroidery thread(clot of Artist Henry)/Apricot satin(cloth of Artist 

Henry,Cowboy James)/Brown fleece(hat of Cowboy James) 

17. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

18. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with multicolor 

printing(knife of Pirate Carl) 

19. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

20. Blue twill with blue and light blue embroidery thread(cloth of Cowboy James)/Green velvet(body of 

Goomi) 

21. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue jean(pants 

of Cowboy James) 

******************************  
(To be continued) 
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Specimen description: 

22. Bright golden metal(ring of  Cowboy James,Artist Henry,Goomi)/Bright golden metal(rivet of 

Cowboy James,Artist Henry,Goomi)/Bright golden metal(spring of Cowboy James,Artist 

Henry,Goomi) 

23. Dark copper treated metal(buckle of Pirate Carl)/Dark copper treated metal(pin of Pirate Carl) 

24. White non-woven backed with adhesive(inside the shoes of Artist Henry,cowboy James) 

25. Paper card with plastic film 

******************************  
(To be continued) 
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(10) ASTM F963-23: Standard Consumer Safety Specification for Toy Safety. 

I. Mechanical and Physical Properties and Flammability. 

Labeled Age Grading: 15 & UP 

Appropriate Testing Age Grading: Over 10 months. 

Testing Age Grading:  

0 - 18 months                

36 - 96 months  

Other: Over 10 months 

18 - 36 months 

96 months and over 

 

Clause Test Item Assessment 

4 Safety Requirements --- 

4.1   Material Quality    Pass 

4.2  Flammability   --- 

Flammability of fabrics  NA 

Flammability of solids and soft toys Pass 

4.3 Toxicology --- 

4.3.3 Indirect food additives --- 

4.3.3.1 Toys in contact with Food NA 

4.3.7 Stuffing Materials Pass 

4.4 Electrical/Thermal Energy  NA 

4.5 Sound-producing Toys --- 

4.5.1 Requirements --- 

4.5.1.1 Close-to-the-ear Toys NA 

4.5.1.2 Hand-held Toy NA 

4.5.1.3 Rattles NA 

4.5.1.4 Stationary or Self-propelled Tabletop, Floor, or Crib Toys NA 

4.5.1.5 User-propelled Tabletop, Floor, or Crib Toys NA 

4.5.1.6 Push or Pull Toys NA 

****************************** 

( To be continued )
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RESULTS: 

Clause Test Item Assessment 

4.5.1.7 Toys Using Explosive Action NA 

4.6 Small Objects --- 

4.6.1 Requirement for toys intended for children under 36 months Pass 

4.6.2 Mouth-actuated toys --- 

4.6.2.1 Requirement for mouth-actuated toys that contain loose 
objects 

NA 

4.6.2.2 Projectile toys in which the projectile is launched by the user 
blowing into the discharge mechanism. 

NA 

4.6.2.3 Requirement for small objects contained in an inflatable toy NA 

4.6.3 Requirement for toys and games intended for children who are 
at least three years old(36 months) but less than six years of 
age(72 months) 

NA 

4.7  Accessible Edges --- 

4.7.1 Requirement for potentially hazardous sharp metal and glass 
edges 

Pass 

4.7.2 Requirement for hazardous functional sharp edges NA 

4.7.3 Metal Toys NA 

4.7.4 Molded Toys Pass 

4.7.5 Exposed Bolts or Threaded Rods NA 

4.8 Projections  NA 

4.8.1 Bath Toy Projections NA 

4.9 Accessible Points --- 

4.9.1 Requirement for potentially hazardous sharp points Pass 

4.9.2 Requirement for hazardous functional sharp points NA 

4.9.3 Wood NA 

4.10 Wires or Rods NA 

4.11 Nails and Fasteners Pass 

****************************** 

( To be continued )
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Clause Test Item Assessment 

4.12    Plastic Film Pass 

4.13 Folding Mechanisms and Hinges --- 

4.13.1 Folding Mechanisms    NA 

4.13.2 Hinge-line Clearance NA 

4.14 Cords, Straps, and Elastics --- 

4.14.1 Cords, Straps, and Elastics in Toys Pass 

4.14.2 Self-retracting Pull Cords NA 

4.14.3 Pull Toys NA 

4.14.4 Strings and Lines for Flying Devices NA 

4.14.5 Cords on Toy Bags Intended for Children Up to 18 Months NA 

4.14.6 Ride-on Toys NA 

4.15 Stability and Over-load Requirements --- 

4.15.1 Stability of Ride-on Toys and Toy Seats NA 

4.15.2 Sideways Stability Requirements NA 

4.15.3 Fore and Aft Stability NA 

4.15.4 Stability of Stationary Floor Toys NA 

4.15.5 Overload Requirements for Ride-On Toys and Toy Seats NA 

4.15.6 Wheeled Ride-on Toys NA 

4.16 Confined Spaces --- 

4.16.1 Ventilation NA 

4.16.2 Closures NA 

4.16.3 Toys that Enclose the Head NA 

4.17 Wheels, Tires, and Axles NA 

4.18 Holes, Clearance, and Accessibility of Mechanisms --- 

4.18.1 Accessible Clearances for Moveable Segments NA 

4.18.2 Circular Holes in Rigid Materials  Pass 

****************************** 

( To be continued )
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Clause Test Item Assessment 

4.18.3 Chains and Belts NA 

4.18.4 Inaccessibility of Mechanisms NA 

4.18.5 Winding Keys NA 

4.18.6 Coil Springs NA 

4.19 Simulated Protective Devices (such as helmets, hats, and 
goggles) 

NA 

4.20 Pacifiers NA 

4.21 Projectile Toys --- 

4.21.1 All Projectiles --- 

4.21.1.1 Projectiles with rigid leading edges NA 

4.21.1.2 Projectiles with a foam shaft and a suction cup NA 

4.21.1.3 Other types of projectiles with a suction cup NA 

4.21.2 Projectile Toys with Stored Energy --- 

4.21.2.1 Projectiles launched by discharge mechanisms with stored 
energy 

NA 

4.21.2.2 Requirement for projectile that has a kinetic energy that 
exceeds 0.08 J 

NA 

4.21.2.3 Requirement for Kinetic Energy Density (KED) NA 

4.21.2.4 Requirement for the resilient leading edge(s) on projectiles NA 

4.21.2.5 Requirement for projectile NA 

4.21.2.6 Requirement for discharge mechanisms NA 

4.21.3 Projectile Toys without Stored Energy --- 

4.21.3.1 Mouth actuated projectile toys NA 

4.21.3.2 Requirement for projectile NA 

4.21.3.3 Arrows intended to be launched from a bow (that is, bow and 
arrow set) that have a kinetic energy greater than 0.08 J 

NA 

4.21.3.4 Projectiles in the form of an arrow NA 

****************************** 

( To be continued )
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Clause Test Item Assessment 

4.21.4 Rotors NA 

4.22 Teethers and Teething Toys NA 

4.23 Rattles NA 

4.24 Squeeze Toys NA 

4.25 Battery-operated Toys --- 

4.25.1 The marking requirements of battery polarity, size and voltage NA 

4.25.2 The maximum allowable voltage between any two accessible 
electrical points 

NA 

4.25.3 Battery-operated toys shall be designed so that it is not 
possible to charge any non-rechargeable battery. 

NA 

4.25.4 Battery Accessibility NA 

4.25.5 Batteries of different types or capacities shall not be mixed 
within any single electrical circuit. 

NA 

4.25.6 The surfaces of the batteries shall not achieve temperatures 
exceeding 71°C. 

NA 

4.25.7 No condition shall occur that would cause the toy to fail the 
temperature requirements of 4.25.6 or present a combustion 
hazard as described in 4.25. 

NA 

4.25.8 Battery-operated toys shall meet the requirements of 6.5 for 
instructions on safe battery usage. 

NA 

4.25.9 Battery-powered Ride-on Toys NA 

4.25.10 Toys that Contain Secondary Cells or Secondary Batteries NA 

4.26 Toys Intended to be Attached to a Crib or Playpen NA 

4.27 Stuffed and Beanbag-type Toys Pass 

4.28 Stroller and Carriage Toys NA 

4.29 Art Materials NA 

4.30 Toy Gun Marking NA 

4.31 Balloons NA 

****************************** 

( To be continued )
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Clause Test Item Assessment 

4.32 Certain Toys with Nearly Spherical Ends --- 

4.32.1 Requirement for toys intended for children up to the age of 18 
months, having a total weight less than 1.1 lb incorporating 
spherical, hemispherical, or circular flared ends and which are 
attached to a shaft, handle, or support that has a smaller cross 
section 

NA 

4.32.2 Requirement for nail, screw, and bolt shapes that are in toys 
intended for children between the ages of 18 and 48 months, 
weigh less than 1.1 lb (0.5 kg) and incorporate spherical or 
hemispherical ends attached to a shaft or handle 

NA 

4.32.3 Preschool Play Figures NA 

4.33 Marbles NA 

4.34 Balls --- 

4.34.1 Requirement for balls intended for children under 36 months NA 

4.34.2 Requirement for toys containing a loose small ball and intended 
for children at least 3 years old but less than 8 years of age 

NA 

4.35 Pompoms NA 

4.36 Hemispheric-Shaped Objects NA 

4.37 Yo Yo Elastic Tether Toys NA 

4.38 Magnets  --- 

4.38.1 Toys must not contain a loose as-received hazardous magnet 
or a loose as–received hazardous magnetic component. 

NA 

4.38.2 Toys shall not liberate a hazardous magnet or a hazardous 
magnetic component after being tested in accordance with the 
Magnet Test Methods specified in 8.25 

NA 

4.38.3 Magnetic/electrical experimental sets intended for children 
eight years of age and over 

NA 

4.39 Jaw Entrapment in Handles and Steering Wheels NA 

****************************** 

( To be continued ) 
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Clause Test Item Assessment 

4.40 Expanding Materials NA 

4.41 Toy Chests NA 

5 Labeling Requirements   --- 

5.1 Federal Government Requirements NA 

5.1.2 Tracking label Pass 

5.2 Age Grading Labeling Pass 

5.3 Safety Labeling Requirements NA 

5.4 Aquatic Toys NA 

5.5 Crib and Playpen Toys NA 

5.6 Mobiles NA 

5.7 Stroller and Carriage Toys NA 

5.8 Toys intended to be assemble by an adult NA 

5.9 Simulated Protective Devices NA 

5.10 Toys with Functional Sharp Edges or Points NA 

5.11 Small Objects, Small Balls, Marbles, and Balloons NA 

5.12 Art Materials NA 

5.13 Electric Toys NA 

5.14 Battery-operated Toy NA 

5.14.1 Battery-powered Ride-on Toys NA 

5.14.2 Button or Coin Cell Batteries NA 

5.15 Promotional Materials NA 

5.16 Magnets NA 

6 Instructional Literature --- 

6.1 Definition and Description Pass 

6.2 Crib and Playpen Toys NA 

6.3 Mobiles NA 

****************************** 

( To be continued ) 
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Clause Test Item Assessment 

6.4 Toys Intended to be Assembled By an Adult NA 

6.5 Battery-Operated Toys NA 

6.6 Battery powered Ride-on Toys NA 

6.7 Toys in Contact with Food NA 

6.8 Toy Chests NA 

6.9 The instructional material for toys which require a 
manufacturer-supplied specialty or custom tool to access the 
battery(ies) 

NA 

7  Producer's Markings  --- 

7.1 Requirement for the markings of the name and address of the 
producer or the distributor 

Pass 

7.2 Battery-powered Ride-On Toys NA 

7.3 Toy Chests NA 

Remark4: NA=Not applicable. 

****************************** 

( To be continued ) 
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Clause 4.3.5 Heavy Elements 

Assessment: Tested specimen pass 

Soluble migrated elements and Total Lead 

Method: As per ASTM F963-23 8.3.4-8.3.5 and determined by Inductively Coupled 
Plasma Optical Emission Spectrometry (ICP-OES) 

 

Result in mg/kg 

Element Sol.Sb Sol.As Sol.Ba Sol.Cd Sol.Cr Sol.Pb Sol.Hg Sol.Se Tot.Pb 

Limit for Category A 60 25 1000 75 60 90 60 500 90 

Limit for Category B 60 25 1000 75 60 90 60 500 100 

Limit for Category C 60 25 250 50 25 90 25 500 100 

RL 5 2 5 5 5 5 5 5 10 

Specimen No.          

1-8 ND ND ND ND ND ND ND ND -- 

9-13 -- -- -- -- -- -- -- -- ND 

14-54 ND ND ND ND ND ND ND ND -- 

55 5 ND ND ND ND ND ND ND -- 

56-67 -- -- -- -- -- -- -- -- ND 

68-71 ND ND ND ND ND ND ND ND -- 

72 ND ND ND ND ND ND ND ND ND 

mg/kg = milligram per kilogram  

Sol. = Soluble                 Tot. =  Total 

ND = Not Detected (less than RL), RL=Report Limit 

Category A = Paint and similar surface-coating materials 

Category B = Toy substrate materials except modeling clay 

Category C = Modeling clay 

 
******************************  

(To be continued) 
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Specimen description: 

1. Coatings(white, black) on woven label(all styles)(soluble specimen weight =0.0302g, the result was 

calculated by 0.1g.) 

2. Black coating on soft plastic(band,hands of Artist Henry,band of Cowboy James)(soluble specimen 

weight =0.0108g, the result was calculated by 0.1g.) 

3. Grey coating on soft plastic(glass of Artist Henry)(soluble specimen weight =0.0175g, the result was 

calculated by 0.1g.) 

4. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)(soluble specimen 

weight =0.0131g, the result was calculated by 0.1g.) 

5. Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)(soluble specimen 

weight =0.0163g, the result was calculated by 0.1g.) 

6. White coating on black PU(eyepath of Pirate Carl)(soluble specimen weight =0.0929g, the result 

was calculated by 0.1g.) 

7. Brown with light apricot resin coating(eyepath of Pirate Carl) 

8. Green coating on soft plastic(hands of Goomi)(soluble specimen weight =0.0120g, the result was 

calculated by 0.1g.) 

9. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

10.Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)/Coatings(white,dark 

blue,black) on soft plastic(eyes,mouth of Cowboy James)/White coating on black PU(eyepath of 

Pirate Carl) 

11.Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands of 

Goomi) 

12.Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of Prirate 

Carl) 

13. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of 

Prirate Carl) 

14. Coffee plastic(top of hat of Artist Henry) 

15. Yellow soft plastic(head of Artist Henry,Cowboy James) 

16. Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

17. Grey soft plastic(eyes of Cowboy James,Pirate Carl) 

18. White soft plastic(eyes of Pirate Carl) 

19. Green soft plastic(head of Goomi) 

20. Semi-transparent plastic(fastener of Artist Henry,Cowboy James,Goomi) 

******************************  
(To be continued) 



 

No.  : 0526006901 

Page : 54 of 98 

TEST  REPORT 

RESULTS: 

Specimen description: 

21. White soft plastic excluding grey coating(glass of Artist Henry) 

22. Bright white soft plastic excluding coatings(hands of Artist Henry,Goomi) 

23. White stuffing(in body of all styles) 

24. White pile knit(in pants of Artist Henry,Cowboy James) 

25. White mesh(in pants of Cowboy James) 

26. Black pile knit(in pants of Pirate Carl) 

27. Transparent plastic sheet(in pad of Goomi) 

28. Yellow woven tape with multicolor embroidery thread(all styles) 

29. White woven label excluding coatings(all styles) 

30. Light coffee brown fleece(hat of Artist Henry) 

31. Blue velvet(body of Artist Henry) 

32. Yellow velvet with brown and white embroidery thread(body of Artist Henry,Cowboy 

James,Pirate Carl) 

33. Khaki twill with khaki yellow embroidery thread(clot of Artist Henry) 

34. Apricot satin(cloth of Artist Henry,Cowboy James) 

35. White non-woven(cloth of Artist Henry) 

36. Brown fleece(hat of Cowboy James) 

37. Red with light yellow printed satin(scraf of Cowboy James) 

38. Blue twill with blue and light blue embroidery thread(cloth of Cowboy James) 

39. Dark blue jean(pants of Cowboy James) 

40. Black knit(gloves of Cowboy James) 

41. Brown fabric(belt of Cowboy James) 

42. Black felt(belt of Cowboy James) 

43. Black printed fabric(hat of Pirate Carl) 

44. Brown cord(eyepath of Pirate Carl) 

45. Black PU(eyepath of Pirate Carl) 

46. Black felt(eyepath of Pirate Carl) 

47. Dull black fabric(gloves,pants of Pirate Carl) 

48. Coffee fabric(belt of Pirate Carl) 

49. White pile knit(neck of Goomi) 

50. Bright white fabric(cloth of Goomi) 

51. Pinklish purple printed mesh(skirt of Goomi) 

52. Green velvet(body of Goomi) 

******************************  
(To be continued) 
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Specimen description: 

53. White fabric(pad of Goomi) 

54. Dull white fabric with black printing(pad of Goomi) 

55. Multicolor printed fabric(pad of Goomi) 

56. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

57. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate 

Carl)/Black soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

58. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist 

Henry,Cowboy James,Goomi) 

59. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic 

excluding coatings(hands of Artist Henry,Goomi) 

60. White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 

61. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

62. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

63. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with 

multicolor printing(knife of Pirate Carl) 

64. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

65. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue 

jean(pants of Cowboy James) 

66. Bright golden metal(ring of  Cowboy James,Artist Henry,Goomi)/Bright golden metal(rivet of 

Cowboy James,Artist Henry,Goomi)/Bright golden metal(spring of Cowboy James,Artist 

Henry,Goomi) 

67. Dark copper treated metal(buckle of Pirate Carl)/Dark copper treated metal(pin of Pirate 

Carl) 

68. White felt with multicolor printing(knife of Pirate Carl) 

69. Orange brown plastic(fastener of all styles) 

70. White non-woven backed with adhesive(inside the shoes of Artist Henry,cowboy James) 

71. Black soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

72. Paper card with plastic film 

******************************  
(To be continued) 
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 Clause 4.3.8 Phthalates 

 Method: As per CPSC-CH-C1001-09.4, analyzed by Gas Chromatographic-Mass Spectrometer 

(GC-MS) 

Assessment: Tested specimen pass 

 

Result in mg/kg 

CAS No. Test Item Limit Specimen No. 

   1-17 

84-74-2 Dibutyl Phthalate (DBP) 1000 ND 

84-69-5 Di-iso-Butyl Phthalate (DIBP) 1000 ND 

131-18-0 Dipentyl phthalate (DPENP) 1000 ND 

84-75-3 Di-n-Hexyl Phthalate 
(DHEXP/DnHP)  

1000 ND 

84-61-7 Di-Cyclohexyl Phthalate (DCHP) 1000 ND 

85-68-7 Benzyl Butyl Phthalate (BBP) 1000 ND 

117-81-7 Di(2-ethylhexyl) Phthalate (DEHP) 1000 ND 

28553-12-0 

68515-48-0 
Di-ISO-Nonyl Phthalate (DINP) 1000 ND 

ND = Not Detected (less than RL), RL = Report Limit，RL= 100mg/kg 

  1000 mg/kg = 0.1%(m/m) 

****************************** 
(To be continued) 
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Specimen description: 

1. White non-woven(cloth of Artist Henry) 

2. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

3. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)/Coatings(white,dark 

blue,black) on soft plastic(eyes,mouth of Cowboy James)/White coating on black PU(eyepath of 

Pirate Carl) 

4. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands of 

Goomi) 

5. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of Prirate 

Carl) 

6. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of Prirate 

Carl) 

7. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

9. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

10.White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic excluding 

coatings(hands of Artist Henry,Goomi) 

11.White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 

12.White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

13.Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

14.Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with multicolor 

printing(knife of Pirate Carl) 

15.Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

16.Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue jean(pants 

of Cowboy James) 

17. Paper card with plastic film 

****************************** 
(To be continued) 
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(11) Chapter II: Consumer Products Safety Commission of U.S.A. Title 16, Code of 

Federal Regulations. 

I. Physical & mechanical Test 

Labeled Age Grading: 15 & UP 

Appropriate Testing Age Grading: Over 10 months. 

Testing Age Grading:  

0 - 18 months                

36 - 96 months  

Other: Over 10 months 

18 - 36 months 

96 months and over 

 

Section Test Item Assessment 

1500.48 Technical requirements for determining a sharp point in toys and 

other articles intended for use by children under 8 years of age 

--- 

As received Pass 

After use and abuse tests (excluding the bite test) Pass 

1500.49 Technical requirements for determining a 

sharp metal or glass edge in toys and other articles intended for 

use by children under 8 years of age 

--- 

As received Pass 

After use and abuse tests (excluding the bite test) Pass 

1501 Method for Identifying toys and other articles Intended for use by 

children under 3 years of age which present choking, aspiration, 

or ingestion hazards because of small parts 

--- 

As received Pass 

After use and abuse tests (excluding the bite test) Pass 

1510 Requirements for rattles --- 

As received NA 

After use and abuse tests of 1500.51(excluding the bite and flexure 
tests) 

NA 

****************************** 

( To be continued ) 
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The submitted sample(s) were undergone the use and abuse tests in accordance with the Federal 
Hazardous Substances Act(FHSA), Title 16, Code of Federal Regulations:  

Test Item FHSA Parameter 

Precondition Section 1500.50 (73±3) °F. (23±2 °C), (20−70)%R.H 

Impact test Section 1500.51(b) (4.5±0.5)ft(1.37m)×10 

Torque test Section 1500.53(e) 180° 

Tension test Section 1500.53(f) (15±0.5) lb(6.8kg) 

Compression test Section 1500.53(g) (30±0.5) lb (13.6kg) 

 

II. Flammability Test 
 

Section Test Item Assessment 

1500.44 Method for determining extremely flammable and flammable 

solids 

Pass 

1610 Standard for the flammability of clothing textiles NA 

 

#Data sheet of section 1500.44: 

Specimen Burn Rate (in./s) Limit (in./s) 

Goomi DNI 

≤0.1 
Pirate carl DNI 

Artist henry DNI 

Cowboy james DNI 

Remark5: NA=Not applicable; DNI = Did not ignite. 

****************************** 

( To be continued ) 
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III. CPSC 16 CFR Part 1303: Ban Of Lead-Containing Paint And Certain Consumer 

Products Bearing Lead-Containing Paint 

 Method: As per CPSC-CH-E1003-09.1, determined by Inductively Coupled Plasma Optical 

Emission Spectrometry (ICP-OES) 

 Assessment: Tested specimen pass 

 

Result in mg/kg  

Element Total Pb 

Limit  90 

RL 10 

Specimen No.  

1-5 ND 

mg/kg = milligram per kilogram  
ND = Not Detected (less than RL), RL=Report Limit 

 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of 

Artist Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

2. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist 

Henry)/Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)/White 

coating on black PU(eyepath of Pirate Carl) 

3. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands 

of Goomi) 

4. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of 

Prirate Carl) 

5. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of 

Prirate Carl) 

****************************** 
(To be continued) 
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(12) US Consumer Product Safety Improvement Act of 2008 (CPSIA, Public Law 

110-314 ) and its amending Act (Public Law 112-28 ), TitleⅠ, Section 101. 

Children’s products – containing Lead; Lead paint rule. 

 Method:  
For metals — as per CPSC-CH-E1001-08.3 
For Non-metals excluding Paint/coatings — as per CPSC-CH-E1002-08.3 
For Paint/Coatings — as per CPSC-CH-E1003-09.1 
Element determination by Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES) 

 Assessment: Tested specimen pass 

 

Total Lead Content in Surface Coating 

Result in mg/kg (For Paint/Coatings) 

Element Total Pb 

Limit 90 

RL 10 

Specimen No.  

1-5 ND 

mg/kg = milligram per kilogram  

ND = Not Detected (less than RL), RL=Report Limit 

 

Total Lead Content in Substrate 

Result in mg/kg (For Non-coating material) 

Element Total Pb 

Limit 100 

RL 10 

Specimen No.  

6-18 ND 

mg/kg = milligram per kilogram  

ND = Not Detected (less than RL), RL=Report Limit 

****************************** 
(To be continued) 
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Specimen description: 

1. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

2. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)/Coatings(white,dark 

blue,black) on soft plastic(eyes,mouth of Cowboy James)/White coating on black PU(eyepath of 

Pirate Carl) 

3. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands of 

Goomi) 

4. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of Prirate 

Carl) 

5. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of Prirate 

Carl) 

6. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

7. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

9. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic excluding 

coatings(hands of Artist Henry,Goomi) 

10. White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 

11. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

12. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

13. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with 

multicolor printing(knife of Pirate Carl) 

14. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

15. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue 

jean(pants of Cowboy James) 

****************************** 
(To be continued) 
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Specimen description: 

16. Bright golden metal(ring of  Cowboy James,Artist Henry,Goomi)/Bright golden metal(rivet of 

Cowboy James,Artist Henry,Goomi)/Bright golden metal(spring of Cowboy James,Artist 

Henry,Goomi) 

17. Dark copper treated metal(buckle of Pirate Carl)/Dark copper treated metal(pin of Pirate 

Carl) 

18. Paper card with plastic film 

****************************** 
(To be continued) 
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(13) US Consumer Product Safety Improvement Act (CPSIA) 2008 and its amending 

Act (Public Law 112-28) 

I. Title I, Section 103. Tracking labels for children’s products. 
 

Test Item Assessment 

Name of manufacturer Pass 

Location of production Pass 

Date of production Pass 

Cohort information Pass 

Permanence evaluation for marking Pass 

****************************** 
(To be continued) 
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(14) US Consumer Product Safety Improvement Act (CPSIA) 2008, its amending Act 

(Public Law 112-28), TitleⅠ, Sec. 108 and 16 CFR part 1307 

 Prohibition on sale of children’s toys and childcare articles containing specified phthalates 

in accessible, plasticized component part 

 Method: With reference to test method: CPSC-CH-C1001-09.4, analyzed by Gas 

Chromatographic-Mass Spectrometer (GC-MS) 

Assessment: Tested specimen pass 

 

Result in mg/kg 

CAS No. Test Item Limit Specimen No. 

   1-17 

84-74-2 Dibutyl Phthalate (DBP) 1000 ND 

84-69-5 Di-iso-Butyl Phthalate (DIBP) 1000 ND 

131-18-0 Dipentyl phthalate (DPENP) 1000 ND 

84-75-3 Di-n-Hexyl Phthalate (DHEXP)  1000 ND 

84-61-7 Di-Cyclohexyl Phthalate (DCHP) 1000 ND 

85-68-7 Benzyl Butyl Phthalate (BBP) 1000 ND 

117-81-7 Di(2-ethylhexyl) Phthalate (DEHP) 1000 ND 

28553-12-0 

68515-48-0 
Di-ISO-Nonyl Phthalate (DINP) 1000 ND 

ND = Not Detected (less than RL), RL = Report Limit，RL= 100mg/kg 

  1000 mg/kg = 0.1%(m/m) 

****************************** 
(To be continued) 
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Specimen description: 

1. White non-woven(cloth of Artist Henry) 

2. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

3. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)/Coatings(white,dark 

blue,black) on soft plastic(eyes,mouth of Cowboy James)/White coating on black PU(eyepath of 

Pirate Carl) 

4. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands of 

Goomi) 

5. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of Prirate 

Carl) 

6. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of Prirate 

Carl) 

7. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

9. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

10.White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic excluding 

coatings(hands of Artist Henry,Goomi) 

11.White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 

12.White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

13.Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

14.Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with multicolor 

printing(knife of Pirate Carl) 

15.Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

16.Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue jean(pants 

of Cowboy James) 

17. Paper card with plastic film 

****************************** 
(To be continued) 
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RESULTS: 

(15) International Standard on Safety of Toys: 

I. ISO 8124-1:2022+A1:2025 Safety of Toys – Part 1: Safety aspects related to 

mechanical and physical properties 

Labeled Age Grading: 15 & UP 

Appropriate Testing Age Grading: Over 10 months. 

Testing Age Grading: 

Under 18 months                

36 months and over but under 96 months  

72 months and over                

Other: Over 10 months 

18 months and over but under 36 months 

60 months and over 

96 months and over 

 
 

Clause Test Item Assessment 

4 Requirements --- 

4.1 General --- 

4.1.1 Normal use Pass 

4.1.2 Location of warnings NA 

4.2 Reasonably foreseeable abuse Pass 

4.3 Material --- 

4.3.1 Material quality Pass 

4.3.2 Expanding materials NA 

4.4 Small parts --- 

4.4.1 For children under 36 months Pass 

4.4.2 For children 36 months and over but under 72 months NA 

4.5 Shape, size and strength of certain toys  --- 

4.5.1 Squeeze toys, rattles, fasteners, and certain other toys and 
components of toys 

NA 

****************************** 

(To be continued)
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Clause Test Item Assessment 

4.5.2 Small balls Pass 

4.5.3 Pompoms NA 

4.5.4 Pre-school play figures NA 

4.5.5 Toy pacifiers NA 

4.5.6 Balloons NA 

4.5.7 Marbles NA 

4.5.8 Hemispheric-shaped toys NA 

4.6 Edges --- 

4.6.1 Accessible sharp edges of glass or metal Pass 

4.6.2 Functional sharp edges NA 

4.6.3 Edges on metal toys NA 

4.6.4 Edges on moulded toys Pass 

4.6.5 Edges on exposed bolts or threaded rods NA 

4.7 Points --- 

4.7.1 Accessible sharp points Pass 

4.7.2 Functional sharp points NA 

4.7.3 Wooden toys NA 

4.8 Projections NA 

4.9 Metal wires and rods NA 

4.10 Plastic film or plastic bags in packaging and in toys Pass 

4.11 Cords --- 

4.11.1 General --- 

4.11.2 Cords in toys intended for children under 18 months NA 

****************************** 

(To be continued)
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RESULTS: 

Clause Test Item Assessment 

4.11.3 Cords in toys intended for children 18 months and over but under 
36 months 

NA 

4.11.4 Fixed loops and nooses intended for children under 36 months Pass 

4.11.5 Cords on pull toys NA 

4.11.6 Electrical cables NA 

4.11.7 Diameter of certain cords intended for children under 36 months NA 

4.11.8 Self-retracting cords intended for children under 36 months NA 

4.11.9 Toys attached to or intended to be strung across, or otherwise 
attached to, a cradle, cot, perambulator or carriage 

NA 

4.11.10 Cords on toy bags NA 

4.11.11 Cords, strings and lines for flying toys NA 

4.12 Folding mechanisms --- 

4.12.1 Toy pushchairs, perambulators and similar toys NA 

4.12.2 Other toys with folding mechanisms NA 

4.12.3 Hinge-line clearance NA 

4.13 Holes, clearances and accessibility of mechanisms --- 

4.13.1 Circular holes in rigid materials Pass 

4.13.2 Accessible clearances for movable segments NA 

4.13.3 Chains or belts in ride-on toys NA 

4.13.4 Other driving mechanisms NA 

4.13.5 Winding keys NA 

4.14 Springs NA 

****************************** 

(To be continued)
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Clause Test Item Assessment 

4.15 Stability and overload requirements --- 

4.15.1 General NA 

4.15.2 Stability of ride-on toys and seats NA 

4.15.3 Overload requirements for ride-on toys and seats NA 

4.15.4 Stability of stationary floor toys NA 

4.16 Enclosures --- 

4.16.1 Ventilation NA 

4.16.2 Closures NA 

4.16.3 Toys that enclose the head NA 

4.17 Items that cover the face and simulated protective equipment NA 

4.18 Projectile toys --- 

4.18.1 General --- 

4.18.2 Projectiles NA 

4.18.3 Projectile toys with stored energy NA 

4.18.4 Projectile toys without stored energy NA 

4.19 Flying toys --- 

4.19.1 General NA 

4.19.2 Rotor blades on flying toys NA 

4.19.3 Rotor blades on remote-controlled flying toys NA 

4.20 Aquatic toys NA 

4.21 Braking NA 

4.22 Toy bicycles --- 

4.22.1 General NA 

****************************** 
(To be continued) 
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RESULTS: 

Clause Test Item Assessment 

4.22.2 Instructions for use NA 

4.22.3 Determination of maximum saddle height NA 

4.22.4 Braking requirements NA 

4.23 Speed limitation of electrically driven ride-on toys NA 

4.24 Toys containing a non- electrical heat source NA 

4.25 Liquid-filled toys NA 

4.26 Mouth-actuated toys NA 

4.27 Toy roller skates, toy inline skates and toy skateboards NA 

4.28 Percussion caps specifically designed for use in toys NA 

4.29 Acoustic requirements NA 

4.30 Toy scooters --- 

4.30.1 General --- 

4.30.2 Warnings and instructions for use NA 

4.30.3 Strength NA 

4.30.4 Stability NA 

4.30.5 Adjustable and folding steering tubes and handlebars NA 

4.30.6 Braking NA 

4.30.7 Wheel size NA 

4.30.8 Projections NA 

4.31 Magnets and magnetic components --- 

4.31.1 General --- 

4.31.2 Magnetic or electrical experimental sets intended for children 8 
years and over 

NA 

4.31.3 All other toys with magnets and magnetic components NA 

****************************** 
(To be continued) 
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RESULTS: 

Clause Test Item Assessment 

4.32 Yo-yo balls NA 

4.33 Straps intended to be worn fully or partially around the neck NA 

4.34 Sledges and toboggans with cords for pulling NA 

4.35 Jaw entrapment in handles and steering wheels NA 

4.36 Assembly --- 

4.36.1 General NA 

4.36.2 Toys intended to be assembled by a child NA 

4.36.3 Toys intended to be assembled by an adult NA 

4.36.4 Toys that are intended to be disassembled between uses NA 

4.37 Functional toys NA 

4.38 Toys intended to come into contact with food NA 

4.39 Inflatable toys NA 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

II. ISO 8124-2: 2023 Safety of Toys – Part 2: Flammability 
 

Clause Test Item Assessment 

4 Requirements --- 

4.1 General Pass 

4.2  Toys to be worn on the head --- 

4.2.1 General --- 

4.2.2 Beards, moustaches, wigs, etc., made from pile or flowing elements 
which protrude 50 mm or more from the surface of the toy 

NA 

4.2.3 Beards, moustaches, wigs, etc., made from pile or flowing elements 
which protrude less than 50 mm from the surface of the toy 

NA 

4.2.4 Full or partial moulded head masks NA 

4.2.5 Toys to be worn on the head (except those covered by 4.2.2 and 4.2.3), 
hoods, headdresses including upward protruding items and masks not 
covered by 4.2.4 which partially or fully cover the head (e.g. fabric and 
paperboard masks, eye masks, face masks), but excluding those items 
covered by 4.3 

NA 

4.3  Toy disguise costumes and toys intended to be worn by a child in play NA 

4.4  Toys intended to be entered by a child  NA 

4.5 Soft-filled toys NA 

Remark6: NA=Not applicable. 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

III. ISO 8124-3:2020+Amd.1:2023 Safety of toys – Part 3: Migration of certain elements 

 Method: 

Sample preparation: As per ISO 8124-3:2020+Amd.1:2023 clause 9 

Element determination: By Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES) 

 Assessment: Tested specimen pass 

 

Result in mg/kg (for toy material except modelling clay and putty, finger paint, cosmetic 
toys and slime) 

Element Sol.Sb Sol.As Sol.Ba Sol.Cd Sol.Cr Sol.Pb Sol.Hg Sol.Se Sol.B 

Limit 60 25 1000 75 60 90 60 500 -- 

RL 5 2 5 5 5 5 5 5 -- 

Specimen No.          

43 5 ND ND ND ND ND ND ND -- 

44 30 ND ND ND ND ND ND ND -- 

Others ND ND ND ND ND ND ND ND -- 

Sol. = Soluble 

mg/kg = milligram per kilogram  

ND = Not Detected (less than RL), RL=Report Limit 
 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)(soluble specimen weight =0.0302g, the result 

was calculated by 0.1g.) 

2. Black coating on soft plastic(band,hands of Artist Henry,band of Cowboy James)(soluble 

specimen weight =0.0108g, the result was calculated by 0.1g.) 

3. Grey coating on soft plastic(glass of Artist Henry)(soluble specimen weight =0.0175g, the result 

was calculated by 0.1g.) 

4. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)(soluble specimen 

weight =0.0131g, the result was calculated by 0.1g.) 

5. Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)(soluble specimen 

weight =0.0163g, the result was calculated by 0.1g.) 

6. White coating on black PU(eyepath of Pirate Carl)(soluble specimen weight =0.0929g, the result 

was calculated by 0.1g.) 

7. Brown with light apricot resin coating(eyepath of Pirate Carl) 

8. Green coating on soft plastic(hands of Goomi)(soluble specimen weight =0.0120g, the result was 

calculated by 0.1g.) 

9. Coffee plastic(top of hat of Artist Henry) 

10. Yellow soft plastic(head of Artist Henry,Cowboy James) 

11. Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

12. Grey soft plastic(eyes of Cowboy James,Pirate Carl) 

13. White soft plastic(eyes of Pirate Carl) 

14. Green soft plastic(head of Goomi) 

15. Semi-transparent plastic(fastener  of Artist Henry,Cowboy James,Goomi) 

16. Yellow woven tape with multicolor embroidery thread(all styles) 

17. White woven label excluding coatings(all styles) 

18. Light coffee brown fleece(hat of Artist Henry) 

19. Blue velvet(body of Artist Henry) 

20. Yellow velvet with brown and white embroidery thread(body of Artist Henry,Cowboy 

James,Pirate Carl) 

21. Khaki twill with khaki yellow embroidery thread(clot of Artist Henry) 

22. Apricot satin(cloth of Artist Henry,Cowboy James) 

23. White non-woven(cloth of Artist Henry) 

24. Brown fleece(hat of Cowboy James) 

25. Red with light yellow printed satin(scraf of Cowboy James) 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

Specimen description: 

26. Blue twill with blue and light blue embroidery thread(cloth of Cowboy James) 

27. Dark blue jean(pants of Cowboy James) 

28. Black knit(gloves of Cowboy James) 

29. Brown fabric(belt of Cowboy James) 

30. Black felt(belt of Cowboy James)(soluble specimen weight =0.0695g, the result was 

calculated by 0.1g.) 

31. Black printed fabric(hat of Pirate Carl) 

32. Brown cord(eyepath of Pirate Carl) 

33. Black PU(eyepath of Pirate Carl) 

34. Black felt(eyepath of Pirate Carl) 

35. Dull black fabric(gloves,pants of Pirate Carl) 

36. Coffee fabric(belt of Pirate Carl) 

37. White pile knit(neck of Goomi)(soluble specimen weight =0.0286g, the result was calculated 

by 0.1g.) 

38. Bright white fabric(cloth of Goomi) 

39. Pinklish purple printed mesh(skirt of Goomi) 

40. Green velvet(body of Goomi)(soluble specimen weight =0.0748g, the result was calculated 

by 0.1g.) 

41. White fabric(pad of Goomi) 

42. Dull white fabric with black printing(pad of Goomi)(soluble specimen weight =0.0978g, the 

result was calculated by 0.1g.) 

43. Multicolor printed fabric(pad of Goomi) 

44. White felt with multicolor printing(knife of Pirate Carl) 

45. Black soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

46. Paper card with plastic film 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

(16) Analyse total Lead content in compliance with the requirement of Safe Drinking 

Water and Toxic Enforcement Act of 1986 (California’s Proposition 65) 

 Method:  
Sample preparation:  

For metals — as per CPSC-CH-E1001-08 

For Non-metals excluding Paint/coatings — as per CPSC-CH-E1002-08 

For Paint/Coatings — as per CPSC-CH-E1003-09 

Element determination: 
By Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES) 

Assessment: Tested specimen pass 

  

Result in mg/kg (For Paint/Coatings) 

Element Total Pb 

Limit 90 

RL  10 

Specimen No.  

1-5 ND 

mg/kg = milligram per kilogram 

ND = Not Detected (less than RL), RL=Report Limit 

 

Result in mg/kg (For Non-coating material) 

Element Total Pb 

Limit 100 

RL  10 

Specimen No.  

6-18 ND 

mg/kg = milligram per kilogram 

ND = Not Detected (less than RL), RL=Report Limit 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

2. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)/Coatings(white,dark 

blue,black) on soft plastic(eyes,mouth of Cowboy James)/White coating on black PU(eyepath of 

Pirate Carl) 

3. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands of 

Goomi) 

4. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of Prirate 

Carl) 

5. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of Prirate 

Carl) 

6. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

7. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

9. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic excluding 

coatings(hands of Artist Henry,Goomi) 

10. White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 

11. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

12. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

13. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with 

multicolor printing(knife of Pirate Carl) 

14. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

15. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue 

jean(pants of Cowboy James) 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

Specimen description: 

16. Bright golden metal(ring of  Cowboy James,Artist Henry,Goomi)/Bright golden metal(rivet of 

Cowboy James,Artist Henry,Goomi)/Bright golden metal(spring of Cowboy James,Artist 

Henry,Goomi) 

17. Dark copper treated metal(buckle of Pirate Carl)/Dark copper treated metal(pin of Pirate 

Carl) 

18. Paper card with plastic film 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

(17) Analyse total cadmium content in compliance with the requirement of Safe 

Drinking Water and Toxic Enforcement Act of 1986 (California’s Proposition 65) 

 Method:  

Sample preparation:  

For plastic materials — as per EN 1122:2001-Method B  

For other materials  — with reference to ASTM E1645-01(2007) 

Element determination: 

By Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES) 

 

Result in mg/kg 

Element Tot. Cd 

RL 10 

Specimen No.  

1-19 ND 

mg/kg = milligram per kilogram  

Tot. = Total 

ND = Not Detected (less than RL) 

RL = Report Limit 

 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

2. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)/Coatings(white,dark 

blue,black) on soft plastic(eyes,mouth of Cowboy James)/White coating on black PU(eyepath of 

Pirate Carl) 

3. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands of 

Goomi) 

4. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of Prirate 

Carl) 

5. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of Prirate 

Carl) 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

Specimen description: 

6. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

7. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

9. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic excluding 

coatings(hands of Artist Henry,Goomi) 

10.White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 

11.White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

12.Light coffee brown fleece(hat of Artist Henry)/Blue velvet(body of Artist Henry)/Yellow velvet with 

brown and white embroidery thread(body of Artist Henry,Cowboy James,Pirate Carl) 

13.Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

14.Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with multicolor 

printing(knife of Pirate Carl) 

15.Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

16.Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue jean(pants 

of Cowboy James) 

17.Bright golden metal(ring of  Cowboy James,Artist Henry,Goomi)/Bright golden metal(rivet of 

Cowboy James,Artist Henry,Goomi)/Bright golden metal(spring of Cowboy James,Artist 

Henry,Goomi) 

18.Dark copper treated metal(buckle of Pirate Carl)/Dark copper treated metal(pin of Pirate Carl) 

19. Paper card with plastic film 

****************************** 
(To be continued) 
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RESULTS: 

(18) The phthalate concentrations in children’s toys and child care article 

requirement of Safe Drinking Water and Toxic Enforcement Act of 1986 

(California’s Proposition 65)  

 Method: With reference to ISO 8124-6:2023 method C, analyzed by Gas 

Chromatographic-Mass Spectrometer (GC-MS), quantified by external standard 

Assessment: Tested specimen pass 

 

Result in mg/kg 

CAS No. Test Item Limit Specimen No. 

   1-17 

84-74-2 Dibutyl Phthalate (DBP) 1000 ND 

84-69-5 Diisobutyl phthalate (DIBP) 1000 ND 

85-68-7 Benzyl Butyl Phthalate (BBP) 1000 ND 

117-81-7 Di(2-ethylhexyl) Phthalate (DEHP) 1000 ND 

26761-40-0 

68515-49-1 
Di-ISO-Decyl Phthalate (DIDP)  1000 ND 

84-75-3 Di-n-Hexyl Phthalate (DnHP) * 1000 ND 

28553-12-0 

68515-48-0 
Di-ISO-Nonyl Phthalate (DINP) 1000 ND 

ND = Not Detected (less than RL), RL = Report Limit，RL= 100mg/kg 

  1000 mg/kg = 0.1%(m/m) 

* = Not the accredited activity of CNAS 

 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

Specimen description: 

1. White non-woven(cloth of Artist Henry) 

2. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of 

Artist Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

3. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist 

Henry)/Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)/White 

coating on black PU(eyepath of Pirate Carl) 

4. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands 

of Goomi) 

5. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of 

Prirate Carl) 

6. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of 

Prirate Carl) 

7. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

9. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

10. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic 

excluding coatings(hands of Artist Henry,Goomi) 

11. White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 

12. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

13. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

14. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with 

multicolor printing(knife of Pirate Carl) 

15. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

16. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue 

jean(pants of Cowboy James) 

17. Paper card with plastic film 

****************************** 
(To be continued) 
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RESULTS: 

(19) Chapter 11, Part 3 of Division 104 of the California Health and Safety Code 

(A.B.1108) requirement on phthalates in products for young children 

 Method: With reference to ISO 8124-6:2023 method C, analyzed by Gas Chromatographic-Mass 

Spectrometer (GC-MS), quantified by external standard 

Assessment: Tested specimen pass 

 

Result in mg/kg 

CAS No. Test Item Limit Specimen No. 

   1-17 

84-74-2 Dibutyl Phthalate (DBP) 1000 ND 

85-68-7 Benzyl Butyl Phthalate (BBP) 1000 ND 

117-81-7 Di(2-ethylhexyl) Phthalate (DEHP) 1000 ND 

28553-12-0 

68515-48-0 
Di-ISO-Nonyl Phthalate (DINP) 1000* ND 

117-84-0 Di-N-Octyl Phthalate (DNOP) 1000* ND 

26761-40-0 

68515-49-1 
Di-ISO-Decyl Phthalate (DIDP) 1000* ND 

ND = Not Detected (less than RL), RL = Report Limit，RL= 100mg/kg 

  1000 mg/kg = 0.1%(m/m) 

* = The limit was suitable for any toy and childcare article intended for use by a child under 

  three years of ages if that product can be placed in the child’s mouth 

****************************** 
(To be continued)  
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TEST  REPORT 

RESULTS: 

Specimen description: 

1. White non-woven(cloth of Artist Henry) 

2. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of 

Artist Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

3. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist 

Henry)/Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)/White 

coating on black PU(eyepath of Pirate Carl) 

4. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands 

of Goomi) 

5. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of 

Prirate Carl) 

6. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of 

Prirate Carl) 

7. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

9. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

10. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic 

excluding coatings(hands of Artist Henry,Goomi) 

11. White stuffing(in body of all styles)/Transparent plastic sheet(in pad of Goomi)/Orange brown 

plastic(fastener of all styles) 

12. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

13. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

14. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with 

multicolor printing(knife of Pirate Carl) 

15. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

16. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue 

jean(pants of Cowboy James) 

17. Paper card with plastic film 

****************************** 
(To be continued)  
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TEST  REPORT 

RESULTS: 

(20) Canada Consumer Product Safety Act , Toys Regulations (SOR/2011-17)  

I. Mechanical , Physical Properties and Flammability. 

Labeled Age Grading: 15 & UP 
Appropriate Testing Age Grading: Over 10 months. 
Testing Age Grading:  

Under 3 years old                

Other: Over 10 months 

3-14 years old 

 

 

Section Test Item Assessment 

 General --- 

3 Official languages Note 

 Packaging --- 

4 Flexible film bags Pass 

 Electrical Hazards --- 

5 Electrically operated toys NA 

6 Electrically heated toys NA 

 Mechanical Hazards --- 

7 Small parts Pass 

8 Metal edges Pass 

9 Wire frames NA 

10 Plastic edges Pass 

11 Wood NA 

12 Glass NA 

13 Fasteners --- 

13.(1) A fastener that is used in the construction of a toy NA 

13.(2) Further requirements NA 

14 Safety stops or locking devices NA 

****************************** 

( To be continued ) 
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Section Test Item Assessment 

15 Spring-wound driving mechanisms NA 

16 Projectile components NA 

17 Enclosures NA 

18 Stability NA 

 Auditory Hazards --- 

19 Decibel limit NA 

 Thermal and Flammability Hazards --- 

20 Heated surfaces, parts or substances NA 

21 Celluloid or cellulose nitrate Pass 

 Specific Products – Dolls,Plush Toys and Soft Toys --- 

28 Fastenings Pass 

29 Stuffing 
a) it must be clean and free from vermin 
b) it must be free of hard and sharp foreign matter 

Pass 

30 Small parts Pass 

31 Eyes and noses Pass 

32 Flammability of outer covering Pass 

33 Flammability of yarn  NA 

34 Flammability of hair or mane  NA 

 Plant Seeds --- 

35 Plant seeds—noise NA 

36 Plant seeds—stuffing material NA 

 Pull and Push Toys --- 

37 Shaft-like handle NA 

 ****************************** 

( To be continued ) 
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RESULTS: 
 

Section Test Item Assessment 

 Toy Steam Engines --- 

38 Boilers — safety valves NA 

 Finger Paints --- 

39 Water-based paints NA 

 Rattles --- 

40 Construction NA 

 Elastics --- 

41 Length or extensibility NA 

 Yo-Yo Type Balls --- 

42 Stretchable cords NA 

 Magnetic Toys --- 

43 Magnetic force NA 

44(2) Warning - container and instructions for use NA 

 Toys Intended to be Entered by a Child --- 

46 Requirements and testing NA 

47(1) Warning NA 

47(2) Alert symbol NA 

47(3) Additional requirement NA 

Note: As requested by the applicant, this test item was not conducted. 

Remark7: NA=Not applicable. 

****************************** 

( To be continued ) 
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RESULTS: 

II. Canada Consumer Product Safety Act , Toys Regulations (SOR/2011-17) (current 

to Aug. 21, 2025) 

Section 23 and Section 27 

 Heavy metals in surface coatings and plastic 

 Method: As per EN 71-3:2019+A2:2024 and Canada Health Product Safety Reference Manual, 

Book 5, Part B: Method C-02.3, determined by Inductively Coupled Plasma Optical 
Emission Spectrometry (ICP-OES).  

Assessment: Tested specimen pass 

 

Result in mg/kg  

Element Sol.As Sol.Ba Sol.Cd Sol.Sb Sol.Se Tot. Hg  Tot. Pb 

Limit 1000 1000 1000 1000 1000 10 90 

RL 20 20 20 20 20 5 10 

Specimen No.        

1-17,27 ND ND ND ND ND -- -- 

18-26 -- -- -- -- -- ND ND 

28 ND ND ND ND ND ND ND 

mg/kg = milligram per kilogram 

Sol. = Soluble Tot. = Total 

ND = Not Detected (less than RL), RL=Report Limit 

Remark: According to Regulation SOR 2022-122, the soluble method set out in ASTM F963 or 
EN 71-3 or ISO 8124-3 

****************************** 
(To be continued) 
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TEST  REPORT 

RESULTS: 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)(soluble specimen weight =0.0302g, the result 

was calculated by 0.1g.) 

2. Black coating on soft plastic(band,hands of Artist Henry,band of Cowboy James)(soluble 

specimen weight =0.0108g, the result was calculated by 0.1g.) 

3. Grey coating on soft plastic(glass of Artist Henry)(soluble specimen weight =0.0175g, the result 

was calculated by 0.1g.) 

4. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)(soluble specimen 

weight =0.0131g, the result was calculated by 0.1g.) 

5. Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)(soluble specimen 

weight =0.0163g, the result was calculated by 0.1g.) 

6. White coating on black PU(eyepath of Pirate Carl)(soluble specimen weight =0.0929g, the result 

was calculated by 0.1g.) 

7. Brown with light apricot resin coating(eyepath of Pirate Carl) 

8. Green coating on soft plastic(hands of Goomi)(soluble specimen weight =0.0120g, the result was 

calculated by 0.1g.) 

9. Coffee plastic(top of hat of Artist Henry) 

10. Yellow soft plastic(head of Artist Henry,Cowboy James) 

11. Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

12. Grey soft plastic(eyes of Cowboy James,Pirate Carl) 

13. White soft plastic(eyes of Pirate Carl) 

14. Green soft plastic(head of Goomi) 

15. Semi-transparent plastic(fastener  of Artist Henry,Cowboy James,Goomi) 

16. White soft plastic excluding grey coating(glass of Artist Henry) 

17. Bright white soft plastic excluding coatings(hands of Artist Henry,Goomi) 

18. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of 

Artist Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

19. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist 

Henry)/Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)/White 

coating on black PU(eyepath of Pirate Carl) 

20. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft 

plastic(hands of Goomi) 

****************************** 
(To be continued) 
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Specimen description: 

21. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of 

Prirate Carl) 

22. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of 

Prirate Carl) 

23. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

24. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate 

Carl)/Black soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

25. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist 

Henry,Cowboy James,Goomi) 

26. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic 

excluding coatings(hands of Artist Henry,Goomi) 

27. Black soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

28. Paper card with plastic film 

****************************** 
(To be continued) 
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(21) Canada Consumer Product Safety Act , Toys Regulations (SOR/2011-17), 

Subsection 27(3)(d) and Phthalates Regulations (SOR/2016-188) 

 Method: With reference to ISO 8124-6:2023 method C, analyzed by Gas Chromatographic-Mass 

Spectrometer (GC-MS), quantified by external standard 

Assessment: Tested specimen pass 

 

Result in mg/kg 

CAS No. Test Item Limit Specimen No. 

   1-16 

84-74-2 Dibutyl Phthalate (DBP) 1000 ND 

85-68-7 Benzyl Butyl Phthalate (BBP) 1000 ND 

117-81-7 Di(2-ethylhexyl) Phthalate (DEHP) 1000 ND 

28553-12-0 

68515-48-0 
Di-ISO-Nonyl Phthalate (DINP) 1000* ND 

117-84-0 Di-N-Octyl Phthalate (DNOP) 1000* ND 

26761-40-0 

68515-49-1 
Di-ISO-Decyl Phthalate (DIDP) 1000* ND 

ND = Not Detected (less than RL), RL = Report Limit，RL= 100mg/kg 

  1000 mg/kg = 0.1%(m/m) 

*  = The limit was suitable for any part of a toy or child care article that can, in a reasonably 

  foreseeable manner, be placed in the mouth of a child under four years of age 

****************************** 
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Specimen description: 

1. White non-woven(cloth of Artist Henry) 

2. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of 

Artist Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

3. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist 

Henry)/Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)/White 

coating on black PU(eyepath of Pirate Carl) 

4. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands 

of Goomi) 

5. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of 

Prirate Carl) 

6. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of 

Prirate Carl) 

7. Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

8. Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

9. Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

10. White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic 

excluding coatings(hands of Artist Henry,Goomi) 

11. White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

12. Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

13. Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with 

multicolor printing(knife of Pirate Carl) 

14. Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

15. Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue 

jean(pants of Cowboy James) 

16. Paper card with plastic film 

****************************** 
(To be continued) 
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(22) Canada Consumer Product Safety Act , Surface Coating Materials Regulations 

(SOR/2016-193) 

 
Method: As per in-house method (with reference to Canada Health Product Safety Reference 

Manual, Book 5, Part B: Method C-02.2 and C-07), determined by Inductively Coupled 
Plasma Optical Emission Spectrometry (ICP-OES). 

 Assessment: Tested specimen pass 

 

Result in mg/kg 

Element Total Hg Total Pb 

Limit 10 90 

RL  5 10 

Specimen No.   

1-5 ND ND 

mg/kg = milligram per kilogram 

ND = Not Detected (less than RL), RL=Report Limit 

 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

2. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)/Coatings(white,dark 

blue,black) on soft plastic(eyes,mouth of Cowboy James)/White coating on black PU(eyepath of 

Pirate Carl) 

3. Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands of 

Goomi) 

4. Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of Prirate 

Carl) 

5. Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of Prirate 

Carl) 

****************************** 
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(23) Canada Consumer Product Safety Act, Consumer Products Containing Lead  

Regulations(SOR/2018-83) 

 Method: As per in-house method (with reference to Canada Health Product Safety Reference 

Manual, Book 5, Part B: Method C-02.2 C-02.3 and EN 71-3:2019+A2:2024), determined 
by Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES). 

 Assessment: Tested specimen pass 

 

Result in mg/kg 

Element Total Pb 

Limit 90 

RL  10 

Specimen No.  

46-66,69 ND 

mg/kg = milligram per kilogram 

ND = Not Detected (less than RL), RL=Report Limit 

 

Result in mg/kg 

Element Soluble.Pb 

Limit 90 

RL 5 

Specimen No.  

1-45,67-69 ND 

mg/kg = milligram per kilogram  

ND = Not Detected (less than RL), RL=Report Limit 

****************************** 
(To be continued) 

 



 

No.  : 0526006901 

Page : 96 of 98 

TEST  REPORT 

RESULTS: 

Specimen description: 

1. Coatings(white, black) on woven label(all styles)(soluble specimen weight =0.0302g, the result was 
calculated by 0.1g.) 

2. Black coating on soft plastic(band,hands of Artist Henry,band of Cowboy James)(soluble specimen 
weight =0.0108g, the result was calculated by 0.1g.) 

3. Grey coating on soft plastic(glass of Artist Henry)(soluble specimen weight =0.0175g, the result was 
calculated by 0.1g.) 

4. Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)(soluble specimen 
weight =0.0131g, the result was calculated by 0.1g.) 

5. Coatings(white,dark blue,black) on soft plastic(eyes,mouth of Cowboy James)(soluble specimen 
weight =0.0163g, the result was calculated by 0.1g.) 

6. White coating on black PU(eyepath of Pirate Carl)(soluble specimen weight =0.0929g, the result 
was calculated by 0.1g.) 

7. Brown with light apricot resin coating(eyepath of Pirate Carl) 

8. Green coating on soft plastic(hands of Goomi)(soluble specimen weight =0.0120g, the result was 
calculated by 0.1g.) 

9. Coffee plastic(top of hat of Artist Henry) 

10.Yellow soft plastic(head of Artist Henry,Cowboy James) 

11.Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

12.Grey soft plastic(eyes of Cowboy James,Pirate Carl) 

13.White soft plastic(eyes of Pirate Carl) 

14.Green soft plastic(head of Goomi) 

15.Semi-transparent plastic(fastener  of Artist Henry,Cowboy James,Goomi) 

16.White soft plastic excluding grey coating(glass of Artist Henry) 

17.Bright white soft plastic excluding coatings(hands of Artist Henry,Goomi) 

18.Yellow woven tape with multicolor embroidery thread(all styles) 

19.White woven label excluding coatings(all styles) 

20.Light coffee brown fleece(hat of Artist Henry) 

21.Blue velvet(body of Artist Henry) 

22.Yellow velvet with brown and white embroidery thread(body of Artist Henry,Cowboy James,Pirate 
Carl) 

23.Khaki twill with khaki yellow embroidery thread(clot of Artist Henry) 

24.Apricot satin(cloth of Artist Henry,Cowboy James) 

25.White non-woven(cloth of Artist Henry) 

26.Brown fleece(hat of Cowboy James) 

****************************** 
(To be continued) 
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Specimen description: 

27.Red with light yellow printed satin(scraf of Cowboy James) 

28.Blue twill with blue and light blue embroidery thread(cloth of Cowboy James) 

29.Dark blue jean(pants of Cowboy James) 

30.Black knit(gloves of Cowboy James) 

31.Brown fabric(belt of Cowboy James) 

32.Black felt(belt of Cowboy James)(soluble specimen weight =0.0695g, the result was calculated by 

0.1g.) 

33.Black printed fabric(hat of Pirate Carl) 

34.Brown cord(eyepath of Pirate Carl) 

35.Black PU(eyepath of Pirate Carl) 

36.Black felt(eyepath of Pirate Carl) 

37.Dull black fabric(gloves,pants of Pirate Carl) 

38.Coffee fabric(belt of Pirate Carl) 

39.White pile knit(neck of Goomi)(soluble specimen weight =0.0286g, the result was calculated by 

0.1g.) 

40.Bright white fabric(cloth of Goomi) 

41.Pinklish purple printed mesh(skirt of Goomi) 

42.Green velvet(body of Goomi)(soluble specimen weight =0.0748g, the result was calculated by 0.1g.) 

43.White fabric(pad of Goomi) 

44.Dull white fabric with black printing(pad of Goomi)(soluble specimen weight =0.0978g, the result 

was calculated by 0.1g.) 

45.Multicolor printed fabric(pad of Goomi) 

46.Coatings(white, black) on woven label(all styles)/Black coating on soft plastic(band,hands of Artist 

Henry,band of Cowboy James)/Grey coating on soft plastic(glass of Artist Henry) 

47.Coatings(dull white,dark blue,black) on soft plastic(eyes,mouth of Artist Henry)/Coatings(white,dark 

blue,black) on soft plastic(eyes,mouth of Cowboy James)/White coating on black PU(eyepath of 

Pirate Carl) 

48.Brown with light apricot resin coating(eyepath of Pirate Carl)/Green coating on soft plastic(hands of 

Goomi) 

49.Light brown coating on soft plastic(eyes of Prirate Carl)/Black coating on soft plastic(eyes of Prirate 

Carl) 

50.Yellow coating on soft plastic(eyes of Prirate Carl)/Bright black coating on soft plastic(eyes of Prirate 

Carl) 

****************************** 
(To be continued) 
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51.Coffee plastic(top of hat of Artist Henry)/Yellow soft plastic(head of Artist Henry,Cowboy 

James)/Black plastic(shoes of Artist Henry,Cowboy James,Pirate Carl) 

52.Grey soft plastic(eyes of Cowboy James,Pirate Carl)/White soft plastic(eyes of Pirate Carl)/Black 

soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

53.Green soft plastic(head of Goomi)/Semi-transparent plastic(fastener  of Artist Henry,Cowboy 

James,Goomi) 

54.White soft plastic excluding grey coating(glass of Artist Henry)/Bright white soft plastic excluding 

coatings(hands of Artist Henry,Goomi) 

55.Yellow woven tape with multicolor embroidery thread(all styles)/Black felt(eyepath of Pirate Carl) 

56.White pile knit(neck of Goomi)/Bright white fabric(cloth of Goomi)/White fabric(pad of Goomi) 

57.White woven label excluding coatings(all styles)/Black felt(belt of Cowboy James)/Black 

PU(eyepath of Pirate Carl) 

58.Light coffee brown fleece(hat of Artist Henry)/Blue velvet(body of Artist Henry)/Yellow velvet with 

brown and white embroidery thread(body of Artist Henry,Cowboy James,Pirate Carl) 

59.Khaki twill with khaki yellow embroidery thread(clot of Artist Henry)/Apricot satin(cloth of Artist 

Henry,Cowboy James)/Brown fleece(hat of Cowboy James) 

60.Red with light yellow printed satin(scraf of Cowboy James)/Black knit(gloves of Cowboy 

James)/Black printed fabric(hat of Pirate Carl) 

61.Brown fabric(belt of Cowboy James)/Brown cord(eyepath of Pirate Carl)/White felt with multicolor 

printing(knife of Pirate Carl) 

62.Pinklish purple printed mesh(skirt of Goomi)/Dull white fabric with black printing(pad of 

Goomi)/Multicolor printed fabric(pad of Goomi) 

63.Blue twill with blue and light blue embroidery thread(cloth of Cowboy James)/Green velvet(body of 

Goomi) 

64.Dull black fabric(gloves,pants of Pirate Carl)/Coffee fabric(belt of Pirate Carl)/Dark blue jean(pants 

of Cowboy James) 

65.Bright golden metal(ring of  Cowboy James,Artist Henry,Goomi)/Bright golden metal(rivet of 

Cowboy James,Artist Henry,Goomi)/Bright golden metal(spring of Cowboy James,Artist 

Henry,Goomi) 

66.Dark copper treated metal(buckle of Pirate Carl)/Dark copper treated metal(pin of Pirate Carl) 

67.White felt with multicolor printing(knife of Pirate Carl) 

68.Black soft plastic(upper shoes of Artist Henry,Cowboy James,Pirate Carl) 

69. Paper card with plastic film 

****************************** 
( End of report ) 


